Ek-1:YAPI MALZEMELERI YONETMELIGi KAPSAMINDA UYGULANACAK UYUMLASTIRILMIS STANDARTLAR'

YURURLUKTE { TS ADI TS hEN hEN ES VARLIK ES VARLIK
OLAN Yiiriirliik STANDART STANDART ADI DONEMI BAS. DONEMI
TS TARIHI NUMARASI TARIHI? BITIS
REFERANS TARIHI'
NUMARASI
TSEN1 Sobalar (Kat Kaloriferi) - Bacali - Siv1 yakatl: - | 06.12.2007 EN 1:1998 Flued oil stoves with vaporizing burners 01.01.2008 01.01.2009
TS EN VA Buharlastirma brigrli 17042008 | EN 1-1998/ A12007
TS EN 40-4 Aydmlatma Direkleri-Béliim 4- Betonarme ve | 20.07.2006 EN 40-4: 2005 Lighting columns — Part 4: Requirements for 01.10.2006 01.10.2007
TS EN 40-4/AC tngermeli beton aydinlatma direkleri- Gerekler | 27.03.2007 EN 40-4:2005 reinforced and prestressed concrete lighting columns 01.01.2007 01.01.2007
/AC:2006
TS EN 40-5 Aydinlatma  direkleri - Bolim S5:  Celik | 05.04.2005 EN 40-5:2002 Lighting columns — Part 5: Requirements for steel 01.02.2003 01.02.2005
aydinlatma direkleri i¢in gerekli sartiar lighting columns
TS EN 40-6 Aydinlatma direkleri — Boliim 6: Aliiminyum | 05.04.2005 EN 40-6:2002 Lighting columns — Part 6: Requirements for 01.02.2003 01.02.2005
aydinlatma direkleri icin gerekli sartlar aluminium lighting columns
TS EN 40-7 Aydinlatma direkleri — Boliim 7: Elyaf takviyeli | 08.11.2005 EN 40-7:2002 Lighting columns — Part 7: Requirements for fibre 01.10.2003 01,10.2004
polimer kompozit aydmlatma direkleri icin reinforced polymer composite lighting columns
gerekli sartlar
TS EN 54-2 Yangin algilama ve yangin alarm sistemleri - | 01.12.1998 EN 54-2:1997 Fire detection and fire alarm systems - Part 2: Control 01.01.2008 01.08.2009
TS EN 54-2/T} Boliim 2: Kontrol ve gisterge tertibati 12.06.2007 and indicating equipment
TS EN 54-2/A1 17.04.2007 EN 54-2:1997/
A1:2006
TS EN 54-2/AC 03.04.2007 EN 54-2:1997/ 01.01.2008 01.01.2008
AC:1999
TS EN 54-3° Yangmn algilama ve yangin alirm sistemleri — | 22.04.2004 EN 54-3:2001 Firc detection and fire alarm systems — Part 3: Fire 01.04.2003 01.06.2009
Bilim 3 : Yangin alarm cihazlarn — Ses alarm devices — Sounders
cihazlan EN 54-3:2001 01.04.2003 30.06.2005
/AL:2002
TS EN 54-3/A2° 20.02.2007 EN 54-3:2001 01.03.2007 01.06.2009
/A2:2006

! Bu listede IS referans numaralart eksik olan uyumlagtinlnug standartlar Tiirk Standartlart Enstitiisii tarafinca Tiirk Standardi olarak yayimlandig: andan itibaren listedeki eg-varlik baslangig ve bitis tarihlerine gdre islem

greceklerdir.

Bu tarihten itibaren soz konusu standarda uygun tiriinler igin CE isaretlemesi mumkiindir.

Bu tarihten itibaren, s6z konusu standarda uygun tiriinler igin CE isaretlemesi mecburidir.
* Bu standart TSE tarafindan iptal edilmis olmasma ragmen, Nando’da (http://ec.curopa.cu/enterprise/newapproach/nando/index.cfm?fuseaction=cp.hs&cpr=Y#hs) yeni versiyonu yaymmlanincaya kadar CE isaretlemesi igin

kullanmur.

* Bu standart TSE tarafindan iptal cdilmis olmasina ragmen, Nando’da (http://ec.europa.cu/enterprise/mewapproach/nandof/index.clm?fuscaction=cp.hs&cpr=Y#hs) yeni versiyonu yayimlanincaya kadar CE igaretlemesi igin

kullamlir.




TS EN 54-4 Yangm algilama ve yangin alirm sistemleri — | 19.06.2007 EN 54-4:1997 Fire detection and fire alarm systems —— Part 4: 01.10.2003 01.08.2009
Boliim 4: Giig besleme techizat: EN 54-4:1997 Power supply equipment 01.06.2005 01.06.2005
/AC:1999
TS EN 54-4/ Al EN 54-4:1997 01.10.2003 01.08.2009
/A1:2002
TS EN 54-4/A2 EN 54-4:1997 01.06.2007 01.08.2009
/A2:2006
TS EN 54-5 Yangm algtlama ve yangin alirm sistemleri — | 02.12.2004 EN 54-5:2000 Fire detection and fire alarm systems — Part 5: Heat 01.042003 30.06.2005
Biliim 5: Ist dedektérleri — Nokta dedektorier EN 54-5:2000 detectors - Point detectors
/A1:2002
TS EN 54-7 Yangin algil ve alarm sistemleri - Boliim 7: | 19.04.2004 EN 54-7:2000 Fire detection and fire alarm systems — Part 7: 01.04.2003 01.08.2009
Duman algdayiellar - Sagilan 1sik, gecen sk EN 54-7:2000 Smoke detectors —Point detectors using scattered 01.04.2003 30.06.2005
veya iyonlagma ile calisan nokta dedektorler /A1:2002 light, transmitted light or ionization
TS EN 54-7/A2 24.06.2010 EN 54-7:2000 01.05.2007 01.08.2009
/A2:2006
TS EN 54-10 Yangm algilama ve yangn aldrm sistemleri ~ | 22.04.2004 EN 54-10:2002 Fire detection and fire alarm systems - Part 10: Flame 01.09.2006 01.09.2008
TS EN 54-10/A1 Boliim  10:  Alev dedektirleri - Nokta | 97.12.2006 EN 54-10:2002 detectors - Point detectors
dedektérler /A1:2005
TS EN 54-11 Yangin algilama ve yangin alirm sistemleri - | 22.04.2004 EN 54-11:2001 Fire detection and firc alarm systems - Part 11: 01.09.2006 01.09.2008
TS EN 54-11/A1 Béliim 11: Elle ¢ahistirilan aldrm cihazlar 30.11.2006 EN 54-11:2001 Manual call points
/A1:2005
TS EN 54-12 Yangin algilama ve yangin alirm sistemleri — [ 17.01.2005 EN 54-12:2002 Fire detection and fire alarm systems — Part 12: 01.10.2003 31.12.2005
Ballim 12: Duman dedektdrleri — Optik 1sin Smoke detectors —-Line detectors using an optical
demetiyle cahisan hat dedektorieri light beam
TS EN 54-16 Yangin algilama ve yangin alarm sistemleri - | 12.02.2009 EN 54-16:2008 Fire detection and fire alarm systems - Part 16: Voice 01.01.2009 01.04.2011
Bélim 16 : Ses alarm kontrolii ve gésterim alarm control and indicating equipment
donanimi
TS EN 54-17 Yangin algilama ve yangmn alarm sistemleri - | 14.06,2012 EN 54-17:2005 Fire detection and fire alarm systems - Part 17: Short- 01.10.2006 01.12.2008
Boliim 17: Kisa devre izolatrieri EN 54-17:2005 circuit isolators 01.01.2009 01.01.2009
/AC:2007
TS EN 54-18 Yangmn algilama ve yangn alarm sistemleri - | 21.02.2013 EN 54-18:2005 Fire detection and fire alarm systems - Part 18: 01.10.2006 01.12.2008
Biliim 18: Girig/cikis cihazlars Input/output devices
TS EN 54-18/AC 25.04.2013 EN 54-18:2005/ 01.01.2008 01.01.2008
AC:2007
TS EN 54-20 Yangin algilama ve yangm alarm sistemleri - | 21.12.2006 EN 54-20:2006 Fire detection and fire alarm systems - Part 20: 01.04.2007 01.07.2009
TS EN 54-20/AC | Boliim 20: Duman ¢ekmeli dedektorler 19.01.2010 EN 54-20:2006/ Aspirating smoke detectors 01.08.2009 01.08.2009
AC:2008
TS EN 54-21 Yangmn algldama ve yangin alarm sistemleri - | 12.10.2006 EN 54-21:2006 Fire detection and fire alarm systems - Part 21: Alarm 01.03.2007 01.06,2009
Boliim 21: Alarm iletim ve hata uyarisi transmission and fault warning routing equipment
yonlendirme donanmini
TS EN 54-23 Yangin algilama ve vangm alirm sistemleri ~ | 09.11.2010 EN 54-23 :2010 Fire detection and fire alarm systems - Part 23: Fire 01.12.2010 01.03.2013




Boliim 23:Yangin alarm cihazlar- Gorilintiili
alarm cihazlari

digr kullapilar igin - Tek briilorli - Tavana
asilan - Boliim 1: Emniyet

for non-domestic use - Part 1: Safety

TS EN 54-24 Yangmn algilama ve yangn alarm sistemleri - | 12.02.2009 EN 54-24:2008 Fire detection and firc alarm systems - Part 24: 01.01.2009 01.04.2011
Béliim 24 : Ses alarm sistemi bilesenleri - Components of voice alarm systems - Loudspeakers
Hoparlérler
| TS EN 54-25 Yangin algiama ve yangin alarm sistemleri - | 12.02.2009 EN 54-25:2008 Firc delection and fire alarm systems - Part 25 01.01.2009 01.04.2011
TS EN 54-25 Biliim 25 : Radyolink kullanan bilesenier 05.06.2012 EN 54-25:2008 Components using radio links 01.07.2012 01.07.2012
:2008/AC /AC:2012
TSEN 179 Bina donanmumlari — Ag¢ma kolu veya itme | 12.02.2009 EN 179:2008 Building bardware -— Emergency exit devices 01.01.2009 01.01,2010
plikasiyla ¢absan acil clkis tertibatlan - operated by a lever handle or push pad —
Kurailar ve deney metotlar1 Requirements and test methods
TS EN 197-1 Cimento - Boliim 1: Genel ¢imentolar - Bilesim, | 12.04.2012 EN 197-1: 2011 Cement -~ Part |: Composition, specification and 01.07.2012 01.07.2013
dzellikler ve uygunluk kriterleri conformity criteria for common cements
TS EN 295-1 Borular-Kilden-Sirlanmig-Ekleme  elemanlari | 12.06.2013 EN 295-1:2013 Vitrified clay pipe systems for drains and sewers - 01.11.2013 01.11.2014
ve birlestirme aksami-Atiksu ve drenaj igin- Part 1: Requirements for pipes, fittings and joints
Biliim 1: Ozellikler
TS EN 2954 Borular-Kilden-Sirlanmis-Ekleme  elemanlari | 12.06.2013 EN 295-4:2013 Vitrified clay pipe systems for drains and sewers - 01.11.2013 01.11.2014
ve birlestirme aksami-Bina digi atik su ve Part 4: Requirements for adaptors, connectors and
drenaj igin-Biliim 4: Birlesim Gzel parcalary, flexible couplings
adaptirler ve uyumlu donamm-Ozellikler
TS EN 295-5 Borular - Ekleme eclemanlari ve birlegtirme | 12.06.2013 EN 295-5:2013 Vitrified clay pipe systems for drains and sewers - 01.11.2013 01.11.2014
aksami -Kilden sirlanmug- Bina digi- Atiksu ve Part 5: Requirements for perforated pipes and fittings
drenaj icin - Boliim 5: Swlanms kilden delikli
borular ve birlestirme aksami - Ozellikler
TS EN 2956 Borular - Kilden - Sirlanmis - Ekleme | 12.06.2013 EN 295-6:2013 Vitrified clay pipes systems for drain and sewers - 01.11.2013 01.11.2014
elemanlar: ve birlestirme aksami - Atik su ve Part 6: Requirements for components of manholes
drenaj i¢in - Bélim 6: Kilden - Swlanmus and inspection chambers
muayene bacalari - Gerekli dzellikler
TS EN 295-7 Borular - Kilden - Sirlanmis - Ekleme | 12.06.2013 EN 295-7:2013 Vitrified clay pipe systems for drains and sewers - 01.11.2013 01.11.2014
elemanlar: ve birlestirme aksami - Atiksu ve Part 7. Requirements for pipes and joints for pipe
drenaj icin - Bolim 7: Boru siirme igin jacking
silanmig kil borularin  ve birlesimlerin-
Ozellikleri
TS EN 331 Vanalar-bina gaz tesisatt igin-Elle kumandali- | 23.03.1999 EN 331:1998 Manually operated ball valves and closed bottom 01.09.2011 01.09.2012
Kiiresel ve dipten yatakh konik tapali vanalar taper plug valves for gas installations for buildings
TS EN 331/A1 31.01.2012 EN 331:1998
/A1:2010
TS EN 413-1 Harg ¢iment Biliim 1: Bil dzellikler ve | 22.11.2011 EN 413-1:2011 Masonry cement — Part 1. Composition, 01.02.2012 01.02.2013
12011 uygunluk Kkriterleri specifications and conformity criteria
TS EN 416-1 Tsiticilar - Gaz yakan - Radyant borulu- Konut | 13.07.2010 EN 416-1:2009 Single burner gas-fired overhead radiant tube heaters 01.12.2009 01.12.2010




TS EN 438-7

Dekoratif Lamine Levhalar- (HPL)- Yiiksek
Basingta Stlastinlmig- Termoset Regine Esash
Balim 7: I¢ ve dig duvarlarla tavanm son
islemleri i¢in kullanilan kompozit paneller
(HPL) ve sikistirdmis laminatlar

24.12.2007

EN 438-7:2005

High-pressure decorative laminates (HPL) — Sheets
based on thermosetting resins (Usually called
Laminates) - Part 7: Compact laminate and HPL
composite pancls for internal and external wall and
ceiling finishes

01.11.2005

01.11.2006

TS EN 442-1 Radyatorler ve Konvektorler-Boliim 1:Teknik | 23.03.1998 EN 442-1:1995 Radiators and convectors —— Part |: Technical 01.12.2004 01.12.2005
Ozellikler ve Kurallar specifications and requirements

TS EN 442-1 /A1 25.04.2006 EN 442-1:1995

/A1:2003

TS EN 450-1 Ucucu kiil — Betonda kullanilan— Boélim 1: | 10.04.2013 EN 450-1:2012 Fly ash for concrete — Part 1: Definition, 01.05.2013 01.05.2014
Tarif, ozellikler ve uygunluk kriteri specifications and conformity criteria ’

TS EN 459-1 Yapt kireci - Béliim 1: Tarifler, ozellikler ve | 21.02.2012 EN 459-1:2010 Building lime — Part 1: Definitions, specifications 01062011 01.06.2012
uygunluk kriterleri and conformity criteria

TS EN 490 Beton cati kiremitleri ve baglanti parcalan - | 08.03.2012 EN 490:2011 Concrete roofing tiles and fittings for roof covering 01.08.2012 01.08.2012
Cati ortiisii ve duvar kaplamasi i¢in - Mamul and wall cladding — Product specifications
ozellikleri

TS EN 492 Lifli cimento levhalari ve baglanti parcalan - | 10.04.2013 EN 492:2012 Fibre-cement slates and fittings -~ Product 01.07.2013 01.07.2013
Uriin dzellikleri ve deney metodlari specification and test methods

TS EN 494 Oluklu levhalar ve baglantt parcalari - Elyaf | 10.04.2013 EN 494: 2012 Fibre-cement profiled sheets and fittings — Product 01.08.2013 01.08.2013
takviyeli ¢imento kullamilarak imal edilmis - specification and test methods
Mamul dzellikleri ve deney metotlary

TS EN 516 Catilar i¢in hazir yardimer donantmlar - Cati | 03.04.2007 EN 516:2006 Prefabricated accessories for roofing - Installations 01.11.2006 01.11.2007
ulasim tesisleri - Yiirlime yollar,, genis ve dar for roof access - Walkways, treads and steps
basamaklar

TS EN 517 Catilar icin hazir yardumar donammlar - Catr | 03.04.2007 EN 517:2006 Prefabricated accessories for roofing - Roof safety 01.12.2006 01.12.2007
emniyet kancalart hooks

TS EN 520+ Al Algt levhalar - Tarifler, gerekler ve deney | 24.06.2010 EN 520:2004 Gypsum plasterboards — Definitions, requirements 01.06.2010 01.12.2010
yd leri +A1:2009 and test methods

TS EN 523 Celik serit kalifiar - Ongerilmeli donatilar icin - | 02.03.2006 EN 523:2003 Steel strip sheaths for prestressing tendons — 01.06.2004 01.06.2005
Terimler, 6zellikler, kalite kontrol Terminology, requirements, quality control

TS EN 534 +A1 Bitiimlii levhalar - Oluklu - Mamul ézellikleri | 09.11.2010 EN 534:2006 Corrugated bitumen sheets - Product specification 01.01.2011 01.01.2011
ve deney metotlar +A1:2010 and test methods

TS EN 544:2011 Bitiimlii singillar - Mineral ve/veya sentetik | 12.06.2013 EN 544:2011 Bitumen shingles with mineral andfor synthetic 01.04.2012 01.04.2012
takviyeli - Mamul zellikleri ve deney reinforcements - Product specification and test

ontemleri methods

TS EN5729 Cam - Yaplarda kullanilan - Temel soda kireg | 20.07.2006 EN §72-9:2004 Glass in building — Basic soda lime silicate glass 01.09.2005 01.09.2006
silikat cam mamuller - Béliim 9 : Uygunluk products — Part 9: Evaluation of conformity/Product
degerlendirmesi / Mamul standardi standard

TS EN 588-2 Borular - Elyafi ¢imentodan imal edilmig - | 03.03.2005 EN 588-2:2001 Fibre cement pipes for drains and sewers — Part 2: 01.10.2002 01.10.2003

Drenaj ve kanalizasyon igin - Boliim_ 2:

Manholes and inspection chambers




Muayene bacalari ve muayene odalary

TS EN 598+A1 Duktil Demir Borular, Baglanti Par¢alar, | 19.01.2010 EN 568:2007 Ductile iron pipes, fittings, accessories and their 01.04.2010 01.04.2011
Aksesuarlart Ve Ek Yerleri - Pis Su Boru +A1:2009 joints for sewcrage applications - Requirements and
Hatlarmda Kullanitan - Ozellikier Ve Deney test methods
Metotlary
TS EN 621 Isiticilar-Konut Disi Mahalleri Isitmak l¢in-Gaz | 23.03.2010 EN 621:2009 Non-domestic gas-fired forced convection air heaters 01.08.2010 01.08.2011
Yakith, Cebri Kounveksiyonlu Hava Isihailar- for space heating not exceeding a net heat input of
Net st Yiikii 300 kW't Aymayan-Yanma Havast 300 kW, without a fan to assist transportation of
ve/veya Atk Gazlarin Tasinmasim Saglayacak combustion
Vantilatorii Bulunmayan air and/or combustion products
TS EN 671-1 Sabit yangmn siondiirme sistemleri — Hortum | 05.06.2012 EN 671-1::2012 Fixed firefighting systems — Hose systems - Part 1: 01.03.2013 01.07.2013
sistemleri — Bolim [: Yart sert hortumlu Hose reels with semi-rigid hose
hortum makaralar:
TS EN 671-2 Sabit yangin sondiirme sistemleri — Hortum | 05.06.2012 EN 671-2:2012 Fixed firefighting systems — Hose systems — Part 2: 01.03.2012 01.07.2013
sistemleri — Boliim 2: Yassi hortumlu hoertum Hose systems with lay-flat hose
sistemleri
TS EN 681-1 Elastomerik Contalar-Su ve Drenaj | 14.04.1999 EN 681-1:1996 Elastomeric seals — Materials requirements for pipe 01.01.2003 01.01.2009
Uygulamalarinda Kullanilan- Malzeme EN 681-1:1996 joint seals used in water and drainage applications — 01.01.2003 01.01.2004
Ozellikleri- Bliim 1: Lastik /A1:1998 Part 1: Vulcanized rubber
TS EN 681-1 /A2 22.04.2004 EN 681-1:1996
/A2:2002
TS EN 681-1/A3 19.03.2009 EN 681-1:1996 01.01.2008 01.01.2009
/A3:2005
TS EN 681-2 Elastomerik Contalar-Pis Su ve Drenaj | 16.04.2003 EN 681-2:2000 Elastomeric Seals — Materials requirements for pipe 01.01.2003 01.01.2004
Uygulamalarindaki  Born  Baglantilarinda EN 681-2:2000 joint scals used in water and drainage applications —
Kullanilan-Mal Ozellikleri-Bolim 2: A1:2002 Part 2: Thermoplastic efastomers
TS EN 681-2/A2 | Termoplastik Elastomerler 25.04.2006 EN 681-2:2000 01.01.2010 01.01.2010
/A2:2005
TS EN 681-3 Elastomerik  Contalar-Pis Su ve Drenaj | 16.04.2003 EN 681-3 Elastomeric seals — Materials requirements for pipe 01.01.2003 01.01.2004
Uygulamalarindaki  Boru  Baglantilarinda 2000+A1:2002 joint seals used in water and drainage applications —
Kullamilan-Malzeme  Ozellikleri-Bélim  3: Part 3: Cellular materials of vulcanized rubber
Gizenekli Lastik Mal | -
EN 681-3/A2 25.04.2006 EN 681-3 01.07.2012 01.07.2012
2000/A2:2005
TS EN 6814 Elastomerik Contalar-Pis Su ve Drenaj | 16.04.2003 EN 681-4:2000 Elastomeric seals — Materials requirements for pipe 01.01.2003 01.01.2004
Uygulamalarindaki ~ Boru  Baglantilarinda joint seals used in water and drainage applications —
Kaullanilan-Malzeme  Ozellikleri-Bolim  4: EN 681-4 Part 4: Cast polyurethane sealing elements
Diskme Politiretan Sizd irmazhik EL lar: :2000+A1 2002
25.04.2006 EN 681-4
TS EN 681-4/A2 12000/A2:2005 01.07.2012 01.07.2012
TS EN 682 Elastomerik _Contalar-Gaz _ve Hidrokarbon | 16.04.2003 EN 682:2002 Elastomeric Seals — Materials requirements for seals 01.10.2002 01.12.2003




ties, tension  straps,
hangers and brackets

TS EN 682/A1 Sivilarin Taginmasinda  Kullamlan Boru ve | 25.04.2006 EN 682 used in pipes and fittings carrying gas and 01.07.2012 01.07.2012
Ekleme Parcalari  Contalarinin - Malzeme :2002/A1:2005 hydrocarbon fluids
Ozellikleri
TS EN 771-1 Kégir birimler - Ozellikler - Bolim 1: Kil kigir | 05.06.2012 EN 771-1:2011 Specification for masonry units - Part 1: Clay 01.02.2012 01.02.2013
birimler (tuglalar) masonry units
TS EN 771-2 Kagir birimler - Ozellikler - Bélim 2: Kireg | 27.12.2012 EN 771-2:2011 Specification for masonry units - Part 2: Calcium 01.02.2012 01.02.2013
kumtagt kiigir birimler silicate masonry units
TS EN 771-3 Kagir birimler - Ozellikler - Béliim 3: Beton | 27.12.2012 EN 771-3:2011 "Specification for masonry units - Part 3: Aggregate 01.02.2012 01.02.2013
Kagir birimler (Yogun ve hafif agregah) concrete masonry units (Dense and lightweight
aggregates)”
TS EN 7714 | Kagir birimler - Ozellikler - Biliim 4: Gazbeton | 27.12.2012 EN 771-4:2011 Specification for masonry units - Part 4: Autoclaved 01.02.2012 01.02.2013
12011 kigir birimler acrated concrete masonry units
TS EN 771-5 | Kagir birimler - Ozellikler - Bolim 5: Yapay | 27.12.2012 EN 771-5:2011 Specification for masonry units - Part 3 01.02.2012 01.02.2013
12011 tas kagir birimler Manufactured stone masonry units
TS EN  771-6 | Kégir birimler - Ozellikler - Béliim 6: Dogal tas | 27.12.2012 EN 771-6:2011 Specification for masonry units - Part 6: Natural 01.02.2012 01.02.2013
12011 kgir birimler stone masontry units
TS EN 777-1 Isitict sistemler - Radyant borulu - Gaz yakan- | 05.04.2011 EN 777-1:2009 Multi-burner gas-fired overhcad radiant tube heater 01.11.2009 01.11.2010
Cok briilorli - Tavana asilan - Konut dist systems for non-domestic use - Part 1: System D) -
kull icin - Boliim 1: Sistem D - Emniyet Safety
TS EN 777-2 Isttict sistemler - Radyant borulu - Gaz yakan - | 05.04.2011 EN 777-2:2009 Multi-burner gas-fired overhead radiant tube heater 01.11.2009 01.11.2010
Cok briilérli - Tavana asilan - Konut disi systems for non-domestic use - Part 2: System L -
kullanim igin - Boliim 2: Sistem E - Emniyet Safety
TS EN 777-3 Isitict sistemler - Radyant borulu - Gaz yakan- | 05.04.2011 EN 777-3:2009 Multi-burner gas-fired overhead radiant tube heater 01.11.2009 01.11.2010
Cok briilérli - Tavana asilan - Konut dis systems for non domestic use - Part 3: System F -
kull icin - Bolim 3: Sistem F - Emniyet Safety
TS EN 7774 Isitics sistemler - Radyant borulu - Gaz yakan - | 05.04.2011 EN 777-4:2009 Multi-burner gas-fired overhead radiant tube heater 01.11.2009 01.11.2010
Cok briilérlii - Tavana asdan - Konut dist systems for non-domestic use - Part 4: System H -
kullamm igin - Boliim 4: Sistem H - Emniyet Safety
TS EN 778 Hava Isiialari- Gaz  Yakan-  Cebri | 23.03.2010 EN 778:2009 Domestic gas-fired forced convection air heaters for 01.08.2010 01.08.2011
Konveksiyonlu- Konutiarda Mahal Isitmak space heating not exceeding a net heat input of 70
Amaciyla Kullamlan- Net Isi Yiikii 70 kW' kW, without a fan to assist transportation of
Asmayan- Yanma Havasiin ve/veya Yanma combustion air and/or combustion products
Uriinlerinin  Taginmasim  Saglayacak Fam
Bulunmayan
TS EN 845-1 Kagir - Yardimer bilesenler - Ozellikler - Bolim | 18.12.2013 EN 845-1:2013 Specification for | EN 845- 08.08.2014 08.08.2015
1: Duvar baglar, gergiler, askilar ve konsol ancillary components for 1:2003+A1:2008°
tutucular masonry — Part 1: Wall

©08.08.2015 tarihine kadar gegerlidir. Bu tarihten sonra standardin sadece son versiyonuna gore yapilmug CE igarctlemesi gegerlidir.




yardimes donamimlart ve baglantiars — Gaz
boru hatlarn icin — Ozellikler ve deney
yontemleri

joints for gas pipelines - Requirements and test
methods

TS EN 845-2 Kagir - Yardimer bilesenler — Ozellikler - | 18.12.2013 EN 845-2:2013 Specification for | EN 845-2:20037 08.08.2014 08.08.2015
Baliim 2: Lentolar ancillary components for
masonry — Part 2:
Lintels
TS EN 845-3 Kégir - Yardimar bilesenler - Ozellikler - Bolim | 18.12.2013 EN 845-3:2013 Specification for | 1IN 845-3:2003° 08.08.2014 08.08.2015
3: Yataklama derzi igin hasir ¢elik donati ancillary components for
masonry — Part 3: Bed
joint reinforcement of
steel meshwork
TS EN 858-1 Hafif sivilar (yag ve petrol gibi) i¢in aywma | 29.04.2008 | EN 858-1:2002 | Separator systems for light fiquids (e.g. oil and 01.09.2005 01.09.2006
TS EN 858-1 /A1 | sistemieri - Balim 1: Uriin tasarim prensipleri , EN 858-1:2002 petrol) — Part I Principles of product design,
performans ve deney, isaretleme ve Kkalite /A1:2004 performance and testing, marking and quality control
kontrol
TS EN 877 Dikme demir borular ve baglanti par¢alan- | 22.01.2003 EN §77:1999 Cast iron pipes and fittings, their joints and 01.01.2008 01.09.2009
TS EN 877/A1 Binalardan Su Tahliyesinde Kullamian, Ek | 28.04.2009 EN 877:1999/ accessories for the evacuation of water from
Yerleri ve Aksesurlar-Ozellikler, Deney Al1:2006 buildings — Requirements, test methods and quality
TS EN 877/A1 | Metotlari ve Kalite Giivencesi EN 877:1999/ assurance 01.01.2009 01.01.2009
/AC A1:2006/ AC:2008
TS EN 934-2+A1 | Kimyasal katkilar - Beton, harg ve serbet igin - | 10.04.2013 EN 934-2 Admixtures for concrete, mortar and grout — Part 2:
Biliim 2: Beton kimyasal katlalart - Tarifler, 2009+A1:2012 Concrete admixtures — Definitions, requirements, 01.03.2013 01.09.2013
gerekler, uygunluk, isaretleme ve etiketleme conformity, marking and labelling
TS EN 934-3+A1 | Kimyasal katkilar - Beton, harg¢ ve serbet icin - | 10.04.2013 EN 934-3 Admixtares for concrete, mortar and grout — Part 3:
Biliim 3: Kagir hara igin kimyasal katkilar - 2009+A1:2012 Admixtures for masonry mortar — Definitions, 01.03.2013 01.09.2013
Tarifler, gerekler, uygunluk, isaretleme ve requirements, conformity, marking and labelling
etiketleme
TS EN 9344 Kimyasal katkilar - Beton, harg ve serbet i¢in - | 13.01.2011 EN 934-4:2009 Admixtures for concrete, mortar and grout — Part 4: 01.03.2010 01.03.2011
Bilim 4: Ongerme tendonlart igin serbette Admixtures for grout for prestressing tendons —
kullanilan  kimyasal katkilar - Tarifler, Definitions, requirements, conformity, marking and
gerekler, uygunluk, isaretleme ve etiketleme labelling
TS EN 934-5 Kimyasal Katkilar- Beton, Harg ve Serbet Icin- | 22.05.2008 EN 934-5:2007 Admixtures for concrete, mortar and grout - Part 5: 01.01.2009 01.01.2010
Bolim 5: Piskirtilmiis Beton Katkilar- Admixtures for sprayed concrete - Definitions,
Tarifler ve Ozellikler, Uygunluk, Isaretleme ve requirements, conformity, marking and labelling
Etiketleme
TS EN 969 Siinek dokme demir borular, baglanti par¢aiari, | 09.11.2010 EN 969:2009 Ductile iron pipes, fittings, accessories and their 01.01.2010 01.01.2011

708.08.2015 tarihine kadar gegerfidir. Bu tarihiten sonra standard sadece son versiyonuna gore yapilms CE isaretlemesi gegerlidir.
% 08.08.2015 tarihine kadar gecerlidir. Bu tarihten sonra standardin sadece son versiyonuna gore yapilmug CE isaretlemesi gegerfidir.




TS EN 997 Tek parga ve takim klozetler - Sifonlu 21.02.2013 EN 997:2012 WC pans and WC suites with integral trap 01.12.2012 01.06.2013
10.04.2013 EN 997:2012 01.03.2013 01.03.2013
TsEN9T | /AC:2012

:22013/AC

TS EN 998-1 Kagir harci - Ozellikler - Boliim 1: Kaba ve ince | 14.07.2011 EN 998-1:2010 Specification for mortar for masonry -- Part 1: 01.06.2011 01.06.2012
siva harct Rendering and plastering mortar

TS EN 998-2 Kagir Harc1-Ozellikler-Boliim 2: Kagir Harct 14.07.2011 EN 998-2:2010 Specification for mortar for masonry — Part 2: 01.06.2011 01.06.2012

Masonry mortar

TS EN 1013 i¢ ve dis caty, duvar ve tavanlar igin 11§ geciren | 10.04.2013 EN 1013:2012 Light transmitting single skin profiled plastics sheets 01.09.2013 01.09.2014
tek katlt plastik profil levhalar — Gereksinimler for internal and external roofs, walls and ceilings -
ve Deney Yontemleri Requirements and test methods

TS EN 1020 Hava Issticdari- Cebri Konveksiyonlu- Gaz | 23.03.2010 EN 1020:2009 Non-domestic forced convection gas-fired air heaters 01.08.2010 01.08.2011
Yakan Konut Dist Kullammda Mahal Isitmak for space heating not exceeding a net heat input of
icin- Yanma Havast Temini ve/veya Yanma 300 kW incorporating a fan 1o assist transportation of
Uriinlerinin iletilmesine Yardimer Olan Fan combustion air or combustion products
intiva Eden Net Isi Yiikii 300 kW' Asmayan.

TS EN 1036-2 Cam - Yapiarda kullamlan -  Giimiig | 09.03.2010 EN 1036-2 Glass in building - Mirrors from silver-coated float 01.01.2009 01.01.2010
kaplamah yiizdiirme cam aynalar - f¢ mekanda 2008 glass for internal use - Part 2: Evaluation of
kullamm  igin -~ Bolim 2: Uygunluk conformity; product standard
degerlendirmesi/iiriin standard:

TS EN 1051-2 Cam - Yapilarda kullamlan - Cam tugla (blok) | 23.03.2010 EN 1051-2 Glass in building - Glass blocks and glass pavers - 01.01.2009 01.01.2010
ve parkeler - Bolim 2: Uygunluk/Mamaul 12007 Part 2: Evaluation of conformity/Product standard
standardi degerlendirilmesi

TS EN 1057+A1 Bakir Ve Bakir Alagimlari - Saghk ve Isitma | 09.11.2010 EN 1057:2006 Copper and copper alloys - Scamless, round copper 01.12.2010 01.12.2010
Uygulamalarmda Su ve Gaz Tayimada +A1:2010 tubes for water and gas in sanitary and heating
Kullamlan Dikigsiz Yuvartak Bakir Borular applications

TS EN  1090- | Celik yap1 uygulamalar: - Bolim 1: Yapisal | 12.04.2012 EN 1090-1 Execution of steel structures and aluminium 01.09.2012 01.07.2014

1:2009+A1:2011 bitesenlerin uygunluk degerfendirme gerekleri :2009+A1:2011 structures - Part 1: Requirements for conformity

assessment of structural components

TS EN 1096-4 Cam - Yapilarda kullanilan - Kaplamah cam - | 07.12.2006 EN 1096-4 Glass in building - Coated glass — Part 4: 01.09.2005 01.09.2006
Boliim 4: Uygunluk degerlendirmesi/mamul 2004 Evaluation of conformity/ Product standard
standardi

TS EN 1123-1 Borular ve Balanti Parcalari- Dikigli, Swicak | 29.04.2002 EN 1123-1 Pipes and fittings of longitudinally welded hot-dip 01.06.2005 01.06.2006
Daldirma ile Galvanizlenmis- Atk Su 1999 galvanized stcel pipes with spigot and socket for

TS EN 1123-1 /A1 | Sistemlerinde Kullanilan Soketli Spigotiu Celik | 27.12.2005 EN 1123-1 waste water systems — Part 1: Requirements, testing,
Borular- Bolim 1: Ozellilder Deneyler ve Kalite 11999 /A1:2004 quality control
Kontrolii

TS EN 1124-1 Borular ve Baglantt Parcalart - Dikisli, | 11.12.2002 EN 1124-1 Pipes and fittings of fongitudinalty welded stainless 01,06.2005 01.06.2006
Pasl z Celik - Atk Su Sistelerinde 1999 steef pipes with spigot and socket for waste water

TS EN 1124-1 /A1 | Kullanilan - Soketli ve Spigotlu Borular-Béliim | 27.12.2005 EN 1124-1 systems -— Part |: Requirements, testing, quality 01.06.2005 01.06.2006




1:Ozellikler, Deneyler ve Kalite Kontrol

1999 /A1:2004

control.

TS EN 1125 Bina d mi - Kaqs yoniinde kullamian | 12.04.2012 EN 1125:2008 Building hardware - Panic exit devices operated by a 01.01.2009 01.01.2010
yatay kolla ¢alisan panik ¢ikis tertibatlar - horizontal bar, for use on escape routcs -
Kurallar ve deney metotlar Requirements and test methods
TS EN 1154 Bina donammi - Kontrolli kapr kapatma | 12.04.2004 EN 1154:1996 Building hardware — Controlled door closing 01.10.2003 01.10.2004
cihazlari — Ozellikler ve deney metotlart EN 1154:1996 devices -— Requirements and test methods
/A1:2002
TS EN 1154 /Al 20.07.2006 EN 1154:1996 01.01.2010 01.01.2010
IAC /A1:2002
/AC:2006
TS EN 1155 Bina donammi — Iki yone acilan otomatik | 08.11.2005 EN 1155:1997 Building hardware — Electrically powered hold-open 01.10.2003 01.10.2004
kapilar igin elektrikle tahrik edilen agik tutma devices for swing doors - Requirements and test
cihazlari — Kurallar ve deney metotlar EN1155:1997 methods
/A1:2002
TS EN 1155/A1 20.07.2006 EN 1155:1996 01.01.2010 01.01.2010
IAC /A1:2002
/AC:2006
TS EN 1158 Bina donanimi - Kapi ayar cihazlar - Ozellikler | 30.03.2004 EN 1158:1997 Building hardware — Door coordinator devices — 01.10.2003 01.10.2004
ve deney metotlar EN 1158:1997 Requirements and test methods
/A1:2002
EN 1158:1997/ 01.06.2006 01.06.2006
Al1:2002/
AC:2006
TSEN 1168 +A3 | Ondékiimlii beton mamuller - Bogluklu digeme | 08.03.2012 EN 1168 Precast concrete products - Hollow core slabs 01.07.2012 01.07.2013
elemanlari :2005+A3:2011
TS EN 1279-5 | Cam - Yapilarda kullamlan — Cam esash | 13.01.2011 EN 1279-5 Glass in Building-Insulating Glass Units-Part 01.02.2011 01.02.2012
+A2 yalitim  birimleri - Bolim 5: Uygunluk 2005+A2:2010 5:Evaluation of Conformity
degerlendirmesi
TS EN 1304 Cati kiremitleri ve baglanti parcalari - Kilden | 03.04.2007 EN 1304:2005 Clay roofing tiles and fittings-Product definitions and 01.02.2006 01.02.2007
imal edilmis - Tarifler ve dzellikler specifications
TS EN 1317-5 Yol giivenlik sistemleri - Boliim 5: Tapt | 13.03.2013 EN 1317-5 Road restraint systems - Part 5: Product requirements 01.01.2013 01.01.2013
+A2 giivenlik sistemleri i¢in mamul gerekleri ve :2007+A2:2012/ and evaluation of conformity for vehicle restraint
uygunluk degerlendirmesi systems
10.04.2013 EN 1317-5
EN 13175 :2007+A2:2012/AC:20
+A2/AC 12 01.03.2013 01.03.2013




TS EN 1319 Hava siticilari-Gaz yakan-Cebri konveksionlu- | 23.03.2010 EN 1319:2009 Domeslic gas-fired forced convection air heaters for 01.10.2010 01.10.2011
Konutlarda mahal isitmak amaciyla kullamlan - space heating, with fan-assisted burners not
Net 1s1 yiiki 70 kwi Asamayan-Brilorli exceeding a net heat input of 70 kW
vantilatorlii olan

TS EN 1337-3 Mesnetler - Yapilarda kullamlan - Bolim 3: | 21.06.2007 EN 1337-3 Structural bearings -— Part 3: Elastomeric bearings 01.01.2006 01.01.2007
Elastomer mesnetler 2005

TS EN 1337-4 Mesnetler - Yapilarda kullamlan - Boliim 4: | 16.03.2006 EN 1337-4 Structural bearings - Part 4: Roller bearings 01.02.2005 01.02.2006
Makara mesnetler :2004

TS EN 1337-4/ 03.07.2007 EN 1337-4: 2004/ 01.01.2008 01.01.2008

AC AC:2007

TS EN 1337-5 Mesnetler - Yapilarda kullamlan - Boliim 3: | 21.06.2007 EN 1337-5 Structural bearings — Part 5: Pot bearings 01.01.2006 01.01.2007
Canak mesnetler 2005

TS EN 1337-6 Mesnetler - Yapilarda kullamlan - Bilim 6: [ 16.03.2006 EN 1337-6 Structural bearings — Part 6: Rocker bearings 01.02.2005 01.02.2006
Besik mesnetler 12004

TS EN 1337-7 Mesnetler - Yapilarda kullamilan - Biliim 7: | 31.03.2005 EN 1337-7 Structural bearings — Part 7: Spherical and 01.12.2004 01.06.2005
Kiiresel ve silindirik PTFE mesnetler 2004 cylindrical PTFE bearings

TS EN 1337-8 Mesnetler - Yapilarda kullamlan - Bolim 7: | 22.05.2008 EN 1337-8 Structural bearings Part 8: Guide Bearings and 01.01.2009 01.01.2010
Kilavuz mesnetler ve hareketi sinrlanmis 2007 Restrain Bearings
mesnetler

TS 2824 EN 1338 | Zemin dosemesi icin beton kaplama bloklar - | 29.04.2005 EN 1338:2003 Concrete paving blocks — Requirements and test 01.03.2004 01.03.2005

TS 2824 EN 1338 | Gerekli sartlar ve deney metotlar 08.01.2009 EN 1338:2003 methods 01.01.2007 01.01.2007

IAC /AC:2006

TS EN 1339 Zemin dogemesi icin beton kaplama pliklar — | 27.09.2005 EN 1339:2003 Concrete paving flags ~— Requirements and test 01.03.2004 01.03.2005

TS EN 1339%/AC Gerekli sartlar ve deney metotlar 08.01.2009 EN 1339:2003 methods 01.01.2007 01.01.2007

/AC:2006

TS 436 EN 1340 Zemin dosemesi igin beton bordiir taslart — [ 29.04.2005 EN 1340:2003 Concrete kerb units — Requirements and test 01.02.2004 01.02.2005

TS 436 EN 1340 | Gerekli sartlar ve deney metotlan 19.02.2009 EN 1340:2003 methods 01.01.2007 01.01.2007

/AC /AC:2006

TS EN 1341 Dis zemin désemeleri icin tabii kaplama taslari - | 10.04.2013 EN 1341:2012 Slabs of natural stone for external paving — 01.09.2013 01.09.2013
Ozellikler ve deney metotlari Requirements and testmethods

TS EN 1342 Dis zemin dosemeleri igin tabii parke taslan - | 10.04.2013 EN 1342:2012 Setts of natural stone for external paving — 01.09.2013 01.09.2013
Ozellikler ve deney metotlar Requirements and test methods

TS EN 1343 Dis zemin ddsemeleri igin tabii bordir taslar: - | 10.04.2013 EN 1343:2012 Kerbs of natural stone for external paving — 01.09.2013 01.09.2013
Ozellikler ve deney metotlar: Requirements and test methods

TS EN 1344 Kilden mamul dés kaplama el lar - | 02.04.2014 EN 1344:2013 Clay pavers — T EN 1344:2002 08.08.2014 08.08.2015
Ozellikler ve deney metotlary Requirements and test

methods

9 08.08.2015 tarihine kadar gegerlidir. Bu tarihten sonra standardin sadece son versiyonuna gore yapilmis CE isarctlemesi gegerlidir.




TS EN 1423 Yol Isaretleme Malzemeleri-Dékiilerek | 02.01.2014 EN 1423:2012 Road marking materials - Drop on materials - Glass 01.11.2012 01.11.2012
Uygulanan Malzemeler-Cam Kiirecikler, beads, antiskid aggregates and mixtures of the two
TS EN 1423:2012 | Kayma  Onleyiei  Agregalar  ve  Bunlarin EN 1423 01.07.0013 01.072013
/AC:2013 Karisumlart 2012/AC:2013
TS EN 1433 Drenaj kanallari - Tasit ve yaya trafigine acik | 10.11.2005 EN 1433:2002 Drainage channels for vehicular and pedestrian areas 01.08.2003 01.08.2004
alanlar i¢in - Simiflandirma, tasanim ve dency - Classification, design and testing requirements,
gerekleri, isaretleme ve uygunluk EN 1433:2002 marking and evaluation of conformity 01.01.2006 01.01.2006
degerlendirmesi JA1:2005
TS EN 1457-1 Bacalar - Duman yolu astarl kil/seramikten | 12.04.2012 EN 1457-1 Chimneys - Clay/ccramic flue liners - Part 1: Flue 01.11.2012 01.11.2013
olan bacalar - Biliim I:Kuru sartlarda ¢ahsan 2012 liners operating under dry conditions - Requirements
duman yolu astarlar - Gerekler ve deney and test methods
yontemleri
TS EN 1457-2 Bacalar - Duman yolu astarh kil/seramikten | 12.04.2012 EN 1457-2 22012 Chimneys - Clay/ceramic flue liners - Part 2: Flue 01.01.2012 01.11.2013
olan bacalar - Béliim 2: Islak sartlarda ¢ahsan liners operating under wet conditions - Requirements
duman yolu astarlar - Gerekler ve deney and test methods
yontemleri
TS EN 1463-1 Yol Isaretleme Malzemeleri- Isif1 Geri Yansitan | 19.01.2010 EN 1463-1 Road marking materials — Retroflecting road studs 01.01.2010 01.01.2011
Yol Civileri- Boliim 1: Baslangic Performans 2009 Part 1: Initial performance requirements
Ozellikleri
TS EN 1469 Dogal tas mamulleri - Kaplamada kullamilan | 13.04.2006 EN 1469:2004 Natural stone products — Slabs for cladding — 01.07.2005 01.07.2006
plikalar - Ozellikler Requirements
TS EN 1504-2 Beton yapilarin  Korunmasi ve tamiri igin | 10.04.2008 EN 1504-2 Products and systems for the protection and repair of 01.09.2008 01.01.2009
mamuller ve sistemler - Tarifler, gerekler, 2004 concrete  structures—  Definitions,  requirements,
kalite kontrol ve uyguniuk degerlendirmesi - quality control and evaluation of conformity— Part
Biliim 2: Beton icin yiizey koruma sistemleri 2: Surface protection systems for concrete
TS EN 1504-3 Beton yapilarm korunmasi ve tamiri igin | 10.04.2008 EN 1504-3 Products and systems for the protection and repair of 01.10.2006 01.01.2009
mamuller ve sistemler - Tarifler, gerekler, 2005 concrete  structures - Definitions, requirements,
kalite kontrol ve uygunluk degerlendirmesi - quality control and evaluation of conformity - Part 3:
Bioliim 3: Yapisal olan ve yapisal olmayan tamir Structural and non-structural repair
TS EN 1504-4 Beton yapilarin  korunmast ve tamiri igin | 10.04.2008 EN 1504-4 Products and systems for the protection and repair of 01.09.2005 01.01.2009
mamuller ve sistemler — Tarifler, gerekler, 2004 concrete  structures Definitions, requirements,
kalite kontrol ve uyguniuk degerlendirmesi — quality control and evaluation of conformity — Part
Baliim 4; Yapisal bag 4: Structural bonding
TS EN 1504-5 | Beton yapilann Korunmasi ve tamiri igin | 12.06.2013 EN 1504-5 Products and systems for the protection and repair of 01.10.2005 01.01.2009
2013 mamuller ve sistemler - Tarifler, gerekler, :2004 concrete  structures— Definitions, requirements,
kalite kontrol ve uygunluk deZerlendirmesi - quality control and evaluation of conformity— Part
Biliim 5: Beton enjeksiyonu 5: Concrete injection
TS EN 1504-6 Beton yapilarin  korunmasi ve tamiri icin | 17.04.2008 EN 1504-6 Products and systems for the protection and repair of 01.06.2007 01.01.2009
mamuller ve sistemler - Tarifler, gerekler, 2006 concrete  structures - Definitions, requirements,

kalite kontrol ve uygunluk degerlendirmesi -
Bolim  6:  Celik  donati  cubugunun

quality control and evaluation of conformity - Part 6:
Anchoring of reinforcing steel bar




ankrajl

TS EN 1504-7 Beton yapilarin  korunmasi ve tamiri igin | 17.04.2008 EN 1504-7 Products and systems for the protection and repair of 01.06.2007 01.01.2009
mamuller ve sistemler - Tarifler, gerekler, 2006 concrete  structurcs - Definitions, requirements,
Kkalite kontrol ve uygunluk degerlendirmesi - quality control and evaluation of conformity - Part 7:
Béliim 7: Donatinin korozyona karsi korunmasi Reinforcement corrosion protection

TS EN 1520:2011 | Yapisal olan veya yapisal olmayan donatili | 22.11.2011 EN 1520:2011 Prefabricated reinforced components of lightweight 01.01.2012 01.01.2013
Gozenekli hafif betondan mamul On yapimh aggregate concrete with open structure with structural
betonarme bilesenler or non-structural reinforcement

TS EN 1748-1-2 Cam - Yapilarda kullamlan - Ozel temel | 07.12.2006 EN 1748-1-2:2004 Glass in building —— Special basic products 01.09.2005 01.09.2006
mamuller - Borosilikat camlar - Bélim 1-2 : Borosilicate  glasses Part 1-2: FEvaluation of
Uygunluk degerlendirmesi / Mamul standard conformity/Product standard

TS EN 1748-2-2 Cam - Yapilarda kullanlan - Ozel temel | 07.12.2006 EN 1748-2-2:2004 Glass in building — Special basic products — Glass 01.09.2005 01.09.2006
mamuller - Cam seramikler - Bolim 2-2: ccramics —  Part  2-2:  Evaluation of
Uygunluk degerlendirmesi/mamul standard: conformity/Product standard

TS EN 1806 Bacalar - Tek sira cidarh bacalar icin kil/ | 12.10.2006 EN 1806:2006 Chimneys - Clay/ceramic flue blocks for single wall 01.05.2007 01.05.2008
seramik bloklar / dzellikler ve deney metotlart chimneys - Requirements and test methods

TS EN 1825-1 Gres aywricilari-Bgliim 1: Tasarim, performans | 03.04.2007 EN 1825-1 Grease separators — Part 1: Principles of design, 01.09.2005 01.09.2006
ve deney prensipleri, isaretleme ve Kalite 2004 performance andtesting, marking and quality control
kontrolii EN 1825-1 01.01.2007 01.01.2007

:2004 /AC:2006

TS EN 1856-1 Bacalar - Metal bacalar i¢in kurallar - Boliim 1: | 05.06.2012 EN 1856-1 Chimneys - Requirements for metal chimneys - Part 01.03.2010 01.03.2011
Baca sistemi bilesenleri :2009 1: System chimney products

TS EN 1856-2 Bacalar - Metal bacalar icin gerekler — Boliim | 18.12.2013 EN 1856-2 Chimneys — Requirements for metal chimneys — 01.03.2010 01.03.2011
2: Metal baca astarlari ve baca baZlanty 2009 Part 2: Metal liners and connecting flue pipes
borulari

TS EN 1857 Bacalar - Bilesenler - Beton baca astarlar 13.07.2010 EN 1857:2010 Chimneys — Components — Concrete flue liners 01.01.2011 01.01.2012

TS EN 1858:2008 | Bacalar - Bilesenler - Beton baca bloklari 31.01.2012 EN 1858:2008 Chimneys - Components - Concrete flue blocks 01.04.2012 01.04.2013

+Al +A1:2011

TS EN 1863-2 Cam - Yapilarda kullanilan - Ist ile mukavemeti | 07.12.2006 EN 1863-2 Glass in building — Heat strengthened soda lime 01.09.2005 01.09.2006
artinflms  (kismi temperlenmis) soda kireg 2004 silicate glass — Part 2: Evaluation of
silikat cam- Bélim 2: Uygunluk conformity/Product standard
deperlendirmesi/Mamul standards

TS EN 1873 Catlar icin hazir yardima donammlar - | 20.07.2006 EN 1873:2005 Prefabricated accessories for roofing - Individual roof 01.10.2006 01.10.2009
Pléstik, tekli cati igikliklar - Mamul 8zellikleri lights of plastics - Product specification and test
ve deney metotlari methods

TS 821 EN 1916 Beton borular ve baglants parcalari - Donatistz, | 10.03.2005 EN 1916:2002 Concrete pipes and fittings, unreinforced, stecl fibre 01.08.2003 23.11.2004

19 By standart TSE tarafindan iptal edilmis olmasma ragmen, Nando’da yeni (http://ec.europa.ew/enterprise/newapproach/nando/index.cfm?fuseaction=c;

kullanihr.

Js&cepr=Y#hs) versiyonu yayimlanincaya kadar CE igaretlemesi igin




TS 821 EN 1916/ | celik lifli ve donatily 28.05.2009 EN 1916:2002 and reinforced 01.01,2009 01.01.2009
AC /AC:2008
TS EN 1917 Beton muayene bacalars ve odalan - Donatisiz, | 10.03.2005 EN 1917:2002 Concrete  manholes and  inspection chambers, 01.08.2003 23.11.2004
TS EN 1917/ AC | celik lifli ve donatih 28.05.2009 EN 1917:2002 unreinforced, steel fibre and reinforced 01.01.2009 01.01.2009
/AC:2008
TS EN 1935 Bina hirdavati- Tek eksenli menteseler - | 30.01.2007 EN 1935:2002 Building hardware — Single-axis hinges 01.10.2002 01.12.2003
Ozellikier ve deney metotlar: EN 1935:2002 Requirements and test methods 01.01.2007 01.01.2007
/AC:2003
TS EN 10025-1 Sicak haddelenmis yapi celikleri ~ Boliim 1: | 20.04.2006 EN 10025-1 Hot rolled products of structural steels — Part 1: 01.09.2005 01.09.2006
Genel teknik teslim sartlar :2004 General technical delivery conditions
TS EN 10088-4 Paslanmaz ¢elikler - Boliim 4: Yapr amach | 21.02.2013 EN10088-4 Stainless steels - Part 4: Technical delivery 01.02.2010 01.02.2011
korozyona direngli ¢elik bant/levha ve seritlerin 12009 conditions for sheet/plate and strip of corrosion
teknik teslim gartlary resisting steels for construction purposes
TS EN 10088-5 Paslanmaz celikler - Bolim 5:Yapr amach | 18.06.2014 EN 10088-3 Stainless steels - Part 5: Technical delivery 01.01.2010 01.01.2011
korozyona  diren¢li  celiklerden  yapilan 12009 conditions for bars, rods, wire, sections and bright
¢ubuklar, filmaginler, teller, profiller ve parlak products of corrosion resisting steels for construction
mamullerin teknik teslim sartlar purposes
TS EN 10210-1 Celik Profiller-Sicak Haddelenmis ici Bos | 12.10.2006 EN 10210-1 Hot finished structural hollow sections of non-alloy 01.02.2007 01.02.2008
Alagimsiz ve ince Taneli Yapt Celiklerinden- 1 2006 and fine grain steels ~ Part 1: Technical delivery
Boliim 1:Teknik teslim sartlar: conditions
TS EN 10219-1 Yapisal Celik Borular — Dikisli, Alasimsiz, ince | 20.03.2008 EN10219-1 Cold formed welded structural hollow sections of 01.02.2007 01.02.2008
Taneli Celiklerden Soguk Sekillendirilerek 12006 non-alloy and fine grain steels - Part 1: Technical
Kaynak Edilmis — Biliim 1: Teknik Teslim delivery conditions
Sartlar
TS 9341 EN | Su ve diZer sulu akigkanlarm taginmasinda | 06.04.2006 EN 10224:2002 Non-alloy steel tubes and fittings for the conveyance 01.04.2006 01.04.2007
10224 kullanifan alagimsiz ¢elik borular ve baglanti of aqueous liquids including water for human
elemanlar — Teknik teslim sartlary EN 10224:2002 consumption — Technical delivery conditions
/A1:2005
TS EN 10255+A1 | Kaynak Edilmeye ve Dis A¢maya Uygun | 02.03.2010 EN 10255: Non-Alloy steel tubes suitable for welding and 01.01.2010 01.01.2011
Alagimsiz Celik Borular-Teknik Teslim Sartlan 2004+A1:2007 threading - Technical delivery conditions
TSEN 10311 Su ve diger su bazh svilarn iletiminde | 17.01.2006 EN 10311:2005 Joints for the connection of steel tubes and fittings 01.03.2006 01.03.2007
kullanilan  ¢elik  boru ve fittinglerinin conveyance of water and other aqueous liquids
bagl da kallanilan birlestirmeler
TS EN 10312 Kullamm amagh sivimin (su dahil) tasmmas: | 28.01.2004 EN 10312:2002 Welded stainless steel tubes for the conveyance of 01.04.2006 01.04.2007
i¢in kaynakl paslanmaz gelik boru ve baglanti aqueous  liquids including water for human
TS EN 10312/A1 | elemanlari- Teknik teslim sartlari 17.01.2006 EN 10312:2002 consumption — Technical delivery conditions
/A1:2005
TS EN 10340 Celik  Dokiimler-Yapisal  kullamm  igin | 22.05.2008 EN 10340 Steel casting for structural uses 01.01.2010 01.01.2011
:2007
TS EN 10340/AC 09.04.2009 EN 10340 01.01.2010 01.01.2010

:2007/AC:2008




TS EN 10343 Celik-Teknik Teslim Sartlari-Su  verme ve | 19.01.2010 EN 10343:2009 Steels for quenching and tempering for construction 01.01.2010 01.01.2011
Temperleme icin purposes - Technical delivery conditions

TS EN 12004 Yapistiricilar - Karo yapistirialar - Ozellikler, | 10.04.2013 EN 12004 Adhesives for tiles — Definitions and specifications 01.042013 01.07.2013

:22007+A1 uyguniuk degerlendirmesi, siiflandirma ve 2007+A1:2012
gosteriliy

TS EN 12050-1 Atik Su Terfi Tesisleri-Binalar ve Yerlesim | 10.03.2003 EN 12050-1 Wastewater lifting plants for buildings and sites — 01.11.2001 01.11.2002
Yerleri l(;m inga ve Deney Prensipleri-Bolim 2001 Principles of construction and testing —— Part 1:
I:Disla ihtiva Eden Atk Sular igin Terfi Lifting plants for wastewater containing faccal matter
Tesisleri

TS EN 12050-2 Atik Su Terfi Tesisleri-Binalar ve Yerlesim | 10.03.2003 EN 12050-2 Wastewater lifting plants for buildings and sites — 01.10,2001 01.10.2002
Yerleri l(;m -insa ve Deney Prensipleri-Boliim 2000 Principles of construction and testing — Part 2:
2:Diski ihtiva Ftmeyen Atik Sular fgin Terfi Lifting plants for faecal-free wastewater
Tesisleri

TS EN 12050-3 Atik Su Terfi Tesisteri-Binalar ve Yerlesim | 02.04.2003 EN 12050-3 Wastewater lifting plants for buildings and sites — 01.10.2001 01.10.2002
Yerleri icin-insa ve Deney Prensipleri-Biliim 2000 Principles of construction and testing —- Part 3:
3:Simirh Uygulamalar igin Diski Ihtiva Eden Lifting plants for wastewater containing faccal matter
Atik Su Terfi Tesisleri for limited applications

TS EN 12050-4 Atik Su Terfi Tesisleri-Binalar ve Yerlegim | 10.03.2003 EN 12050-4 Wastewater lifting plants for buildings and sites — 01.10.2001 01.10.2002
Yerleri lcm insa ve Deney Prensipleri-Boliim :2000 Principles of construction and testing — Part 4: Non-
4:Diski ihtiva Eden ve Etmeyen Atik Sular icin return  valves for faecal-free wastewater and
Tek Yonlii Vanalar wastewater containing faecal matter

TS EN 12057 Dogal tas mamuller - Modiiler karolar - | 27.02.2007 EN 12057:2004 Natural stone products — Modular tiles — 01.09.2005 01.09.2006
Gerekler Requirements

TS EN 12058 Dogal tas mamuller - Déseme ve merdiven | 27.02.2007 EN 12058:2004 Natural stone products — Slabs for floors and stairs 01.09.2005 01.09.2006
kaplama plaklar: - Gerekler Requirements

TS EN 12094-1 Sabit yangin séndiirme sistemleri - Gazh yangin | 05.04.2005 EN 12094-1: 2003 Fixed firefighting systems — Componenis for gas 01.02.2004 01.05.2006
sondiirme sistemleri icin bilesenler - Boliim 1: extinguishing systems -— Part 1: Requirements and
Elektrikli otomatik kontrol ve geciktirme test methods for electrical automaticcontrol and delay
cihazlari igin sartlar ve deney metotiar: devices

TS EN 12094-2 Sabit yangin sondiirme sistemleri - Gazli yangmn | 14.04.2005 EN 12094-2: 2003 Fixed fircfighting systems — Components for gas 01.02.2004 01.05.2006
sondiirme sistemleri icin bilesenler - Boliim 2: extinguishing systems — Part 2: Requirements and
Elektrikli olmayan otomatik kontrol ve test methods for non-¢lectrical automatic control and
geciktirme cihazlan i¢in sartlar ve deney delay devices
metotlart

TS EN 12094-3 Sabit yangin sondiirme sistemleri - Gazh yangm | 14.04.2005 EN 12094-3 Fixed firefighting systems — Components for gas 01.01.2004 01.09.2005
sondiirme sistemleri i¢in bilegenler - Boliim 3: 12003 extinguishing systems — Part 3: Requirements and
El ile tetikleme ve durdurma cihazlan icin test methods for manual triggering and stop devices
sartlar ve deney metotiari

TS EN 12094-4 Sabit yangin sondiirme sistemleri - Gazh yangin | 18.04.2006 EN 12094-4 Fixed firefighting systems — Components for gas 01.05.2005 01.08.2007
sondiirme sistemleri icin bilesenler - Boliim 4: 12004 extinguishing systems — Part 4: Requirements and

Tank vana baglantilar: ve tahrik sistemleri icin
kurallar ve deney metotlari

test methods for container valve assemblies and their
actuators




TS EN 12094-5 Sabit yangmn siondiirme sistemleri - Gazh | 12.10.2006 EN 12094-5 Fixed firefighting systems -— Components for gas 01.02.2007 01.05.2009
sondiirme sistemlerine ait bilesenler - Béliim 5: 22006 extinguishing systems —- PPart 5: Requirements and
Yiiksek ve diisiik basing secicili vanalar ve test methods for high and low pressure selector
bunlarin tahrik birimleri i¢in kurallar ve deney valves and their actuators
metotlar:
TS EN 12094-6 Sabit yangin sondiirme sistemleri - Gazh | 12.10.2006 EN 12094-6 12006 Fixed firefighting systems— Components for gas 01.02.2007 01.05.2009
séndiirme sistemlerine ait bilesenler - Boliim 6: extinguishing systems-- Part 6: Requirements and
Elcktrikli olmayan devre dist birakma cihazlar test methods for non-electrical disable devices
i¢in kurallar ve deney metotlar:
TS EN 12094-7 Sabit Yangin  Siondiirme  Sistemleri-Gazh | 27.04.2003 EN 12094-7 :2000 Fixed fircfighting systems — Components for gas 01.10.2001 01.04.2004
TS EN 12094-7 | Sondiirme Sistemlerinin Bilesenleri-Bélim 7: | 26.01.2006 EN 12094-7 extinguishing systems — Part 7: Requirements and 01.11.2005 01.11.2006
/A1 CO2 Sistemlerindeki  Piskiirtiiciler  Igin 12000 /A1:2005 test methods for nozzles for CO2 systems
Ozellikler ve Deney Metotlari
TS EN 12094-8 Sabit Yangin  Séndiirme  sistemleri-Gaz | 12.10.2006 EN 12094-8 Fixed firefighting systems - Components for gas 01.02.2007 01.05.2009
Sistemlerin  Parcalari-Biliim  8:  Baglanti 2006 extinguishing systems - Part 8: Requirements and test
Elemanlartnin Ozellikleri ve Deney Metodlari methods for connectors
TS EN 12094-9 Sabit yangin sondiirme sistemleri- Gazh yangin | 14.04.2005 EN 12094-9 :2003 Fixed firefighting systems — Components for gas 01.01.2004 01.09.2005
sondiirme sistemleri igin bilesenler Béliim 9: extinguishing systems — Part 9: Requircments and
Ozel yangin detektorleri icin sartlar ve deney test methods for special fire detectors
metotlari
TS EN 12094-10 Sabit yangin sondiirme sistemleri- Gazli yangn | 14.04.2005 EN 12094-10 :2003 Fixed firefighting systems — Components for gas 01.02.2004 01.05.2006
sondiirme sistemleri igin bilesenler Boliim 10: extinguishing systems — Part 10: Requirements and
Basing gistergeleri ve basing anahtarlari igin test methods for pressure gauges and pressure
ozellikler ve deney metotlar switches
TS EN 12094-11 Sabit yangin séndiirme sistemleri- Gazh yangm | 14.04.2005 EN 12094-11 Fixed firefighting systems —- Components for gas 01.01.2004 01.09.2005
sondiirme sistemleri i¢in bilesenler - Boliim 11: 2003 extinguishing systems — Part 11: Requirements and
Mekanik tartma cihazlan igin sartlar ve deney test methods for mechanical weighing devices
1
TS EN 12094-12 Sabit yangin sondiirme sistemleri - Gazh yangin | 29.04.2005 EN 12094-12 Fixed firefighting systems — Components for gas 01.01.2004 01.09.2005
sondiirme sistemleri igin bilesenler - Bélim 12: 2003 extinguishing systems — Part 12: Requirements and
Pnématik alirm cihazlan igin sartlar ve deney test methods for pneumatic alarm devices
metotlar
TS EN 12094-13 Sabit Yangin Sondiirme Sistemleri-Gazli | 24.04.2003 EN 12094-13 Fixed firefighting systems — Components for gas 01.01.2002 01.04.2004
Sondiirme Sistemlerinin Bilesenleri-Boliim 13: 2001 extinguishing systems — Part 13: Requirements and
Tek Yénlii Vanalar ve Geri Doniigsiiz Vanalar EN 12094-13 test methods for check valves and nonreturn valves 01.01.2010 01.01.2010
f¢in Ozellikler ve Deney Metotlart :2001
/AC:2002
TS EN 12101-1 Duman ve 1s1 kontrol sistemleri - Béliim 1: | 08.01.2009 EN 12101-1 Smoke and heat control systems - Part 1: 01.06.2006 01.09.2008
Duman engelleri icin teknik dzellikler :2005 Specification for smoke barriers
TS EN 12101-1 EN 12101-1 01.12.2006 01.09.2008
/A1 :2005/A1:2006
TS EN 12101-2 Duman_ve 1s1_kontrol sistemleri — Biliim 2: | 08.02.2005 EN 12101-2 Smoke and heat control systems — Part 2: 01.04.2004 01.09.2006




Dogal duman ve 1s1 bosaltma vantilatorleri icin
izellikler

2003

Specification for naturalsmoke and heat exhaust
ventilators

TS EN 12101-3 Duman ve 1si kontrol sistemleri - Béliim 3: | 23.11.2006 EN 121013 :2002 Smoke and heat contro) systems Part 3: 01.04.2004 01.04.2005
TS EN 121013 Giicl.e "cah;:a.n_ “dum.an ' ve 1s1 bosaltma N 121013 Spcu:iiiualj()r) for powered smoke and heat exhaust 01012006 01012006
JAC vantilatirleri icin ozellikler 2002/AC:2005 ventilators
TS EN 12101-6 Duman ve st kontrol sistemleri - Bolim 6: | 13.03.2008 [N 12101-6 :2005 Smoke and heat control systems — Part 6: 01.04.2006 01.04.2007
Basing farki sistemleri igin teknik ozellikler — Specification for pressure differential systems — Kits
TS EN 12101-6 Kitler EN 12101-6 :2005 01.01.2007 01.01.2007
/AC /AC:2006
TS EN 12101-7 Duman ve 1s1 kontrol sistemleri - Bolim | 13.12.2011 EN 12101-7: 2011 Smoke and heat control systems - Part 7: Smoke duct 01.02.2012 01.02.2013
2011 7:Duman kanal kesitleri sections
TS EN 12101-8 Duman ve st kontrol sistemleri - Bolim | 13.12.2011 EN 12101-8: 2011 Smoke and heat control systems - Part 8: Smoke 01.02.2012 01.02.2013
12011 8:Duman kontrol kapaklari control dampers
TS EN 12101-10 Duman ve 1s1 kontrol sistemleri - Bolim 10: | 08.01.2009 EN 12101-10 Smoke and heat control systems - Part 10: Power 01.10.2006 01.05.2012
Gii¢ kaynaklan :2005 supplies
TS EN 12101-10 29.06.2009 EN 12101-10 01.01.2008 01.01.2008
JAC :2005/AC:2007
TS EN 12150-2 Cam - Yapilarda kullamlan - Isil olarak | 12.10.2006 EN 12150-2 Glass in building — Thermally toughened soda lime 01.09.2005 01.09.2006
temperlenmis soda kireg silikat emniyet cami - 2004 silicate safety glass — Part 2: Evaluation of
Boliim 2: Uygunluk degerlendirmesi/mamul conformity/Product standard
standardi
TS EN 12209 Bina hirdavati- Kilitler ve diller - Mekanik | 30.01.2007 EN 12209:2003 Building hardware — Locks and latches — 01.12.2004 01.06.2006
TS EN 12209/AC | olarak ¢ahstirlan Kilitler, diller ve kilitleme EN 12209:2003 Mechanically operated locks, latches and locking 01.06.2006 01.06.2006
plikalari - Kurallar ve deney metotlari /AC:2005 plates — Requirements and test methods
TS EN 12259-1 Sabit Yangin Sondiirme Sistemleri- Sprinkler | 15.04.2002 EN 12259-1 Fixed firefighting systems Components  for 01.04.2002 01.09.2005
+Al ve Su Piiskiirtme Elemanlari- Bolim 1: 11999 +A1:2001 sprinkler and water spray systems — Part I:
TS EN 12259-1 Sprinkler 12.04.2005 EN 12259-1 Sprinklers 01.03.2005 01.03.2006
+A1/A2 11999 +A1:2001
/A2:2004
TS EN 12259-1 27.02.2007 EN 12259-1 0L.11.2006 01.11.2007
+A1/A3 :1999 +A1:2001
/A3:2006
TS EN 12259-2 Sabit yangin séndiirme sistemleri - Sprinkler ve | 15.04.2002 EN 12259-2 Fixed firefighting systems — Components for 01.01.2002 01.08.2007
su piiskiirtme sistemleri icin elemanlar - Bliim 11999 sprinkler and water spray systems — Part 2: Wet
2: Islak tip alarm vana tertibatlar EN 12259-2 alarm valve assemblies 01.01.2002 01.08.2007
:1999/A1:2001
TS EN 122592 27.02.2007 EN 12259-2 01.09.2006 01.08.2007
/A2 :1999/A2:2005
TS EN 122592 11.04.2006 EN 12259-2 01.06.2005 01.06.2005
/IAC :1999/AC:2002
TS EN 12259-3 Sabit Yangin Sondiirme Sistemleri- Sprinkler | 15.04.2002 EN 12259-3 Fixed firefighting systems -— Components for 01.01.2002 01.08.2007




ve Su Piiskiirtme Sistemleri Igin Elemanlar-
Boliim 3: Kuru Tip Alarm Vana Tertibatlar

:2000

EN 12259-3
:2000/A1:2001

automatic sprinkler and water spray systems — Part
3: Dry alarm valve assemblies

kullamlarak imal edilmis - Mamul 6zellikleri ve
deney metotiary

test methods

TS EN 12259-3 27.02.2007 EN 12259-3 :2000 01.09.2006 01.08.2007
/A2 /A2:2005
TS EN 122594 Sabit Yangin Sondiirme Sistemleri- Sprinkler | 15.04.2002 EN 12259-4 Fixed firefighting systems -~ Components for 01.01.2002 01.04.2004
ve Su Piiskiirtme Sistemleri igin Elemanlar- :2000 sprinkler and water spray systems —— Part 4: Water
Bilitm 4: Su Motorlu Alarmiar EN 12259-4 motor alarms
12000 /A1:2001
TS EN 12259-5 Sabit yangin sondiirme sistemleri — Sprinkler ve | 24.02.2005 EN 12259-5 Fixed firefighting systems — Components for 01.07.2003 01.09.2005
su piiskiirtme sistemleri i¢in bilesenler — Béliim 2002 sprinkler and water spray systems — Part 5: Water
5: Su akis dedektorleri flow detectors
TS EN 12271 Yiizey kaplamalari - Gerekler 13.07.2010 EN 12271:2006 Surface dressing - Requirements 01.01.2008 01.01.2011
TS EN 12273 Bitiimlii har¢ kaplamalar - Gerekler 12.02.2009 EN 12273: 2008 Slurry surfacing - Requirements 01.01.2009 01.01.2011
TS EN 122852 Celik tanklar - Fabrika yapum - Béliim 2: | 22.03.2011 EN 12285-2 Workshop fabricated steel tanks — Part 2: Horizontal 01.01.2006 01.01.2008
Yanmer ve yamicr olmayan su Kirletici sivilarin 2005 cylindrical single skin and double skin tanks for the
yer listinde depolanmasi i¢in - Tek ve ¢ift aboveground storage of flammable and non-
cidarh - Yatay silindirik flammable water polluting liquids
TS EN 12326-1 Kayraktagt ve diger tas mamuller - Siirekli | 30.10.2014 EN 12326-1 Slate and stone products | EN 12326-1:2004" 13.02.2015 13.02.2016
olmayan ¢at: ortiisii ve kaplama icin - Boliim 1: 2014 for discontinuous roofing
Mamul! dzellikleri and cladding — Part 1:
Product specification
TS EN 12337-2 | Cam - Yapularda kullamlan - Kimyasal olarak | 12.10.2006 EN 12337-2 Glass in building — Chemically strengthened soda 01.09.2005 01.09.2006
dayanmikhihgr artirilns soda kireg silikat cam - 2004 lime silicate glass -~ Part 2: Evaluation of
Boliim 2 : Uygunluk degerlendirmesi / Mamul conformity/Product standard
standard
TS EN 12352 Trafik kontrol donammi - Uyar: ve giivenlik 151 | 12.10.2006 EN 12352:2006 Traffic control equipment - Warning and safety light 01.02.2007 01.02.2008
cihazlan devices
TS EN 12368 Trafik kontrol d -~ Sinyal lambalan 02.03.2010 EN 12368:2006 Traffic control equipment - Signal heads 01.02.2007 01.02.2008
TS EN 12380 Drenaj sistemleri icin hava emis vanalari- | 28.01.2004 EN 12380:2002 Air admittance valves for drainage systems - 01.10.2003 01.10.2004
Kurallar,deney  metotlarr  ve  uygunluk Requirements, tests methods and evaluation of
degerlendirme conformity
TS EN 12446 Bacalar - Bilesenler - Beton dis duvar | 31.01.2012 EN 12446:2011 Chimneys - Components - Concrete outer wall 01.04.2012 01.04.2013
:2011 elemanlar elements
TS EN 12467 Diiz levhalar - Elyaf takviyeli ¢imento | 10.04.2013 EN 12467:2012 Fibre-cement flat sheets - Product specification and 01.07.2013 01.07.2013

*113.02.2016 tarihine kadar gecerlidir. Bu tarihten sonra standardin sadece son versiyonuna gore yapilmis CE igaretlemesi gegerlidir.




TS EN 12566-1 Kiigiik atiksu aritma sistemleri - Niifusu 50 | 02.03.2006 EN 12566-1 Small wastewater treatment systems for up to 50 PT 01.12.2004 01.12.2005
esdeger niifusa (EN) kadar olan yerler icin - 2000 — Part 1: Prefabricated septic tanks
Bitiim I: On yapimli septik tanklar EN 12566-1
2000 /A1:2003
TS EN 12566-3 | Kiigiik atik su aritma sistemleri - 50 esdeger | 18.12.2013 EN 12566-3 Small wastewater treatment systems for up to 50 PT 31.12.2013 -
+A2 niifusa kadar olan yerler i¢in - Boliim 3: Hazir 2005+A2:2013 - Part 3:Packaged and/or site assembled domestic
ve/veya yerinde kurulabilen evsel atik su aritma wastewater treatment plants
tesisleri
TS EN 12566-4 Kiigiik atiksu aritma sistemleri - 50 egdeger | 14.07.2011 EN 12566-4: 2007 Small wastewater treatment systems for up to 50 PT - 01.01.2009 01.01.2010
niifusa kadar olan yerler i¢in - Bolim 4: On Part 4: Septic tanks assembled in situ from
yapimh Kkitlerden yerinde kurulan septik prefabricated kits
tanklar
TS EN 12566-6 50 PT°ye kadar kiigiik atiksu aritma sistemleri | 12.06.2013 EN 12566-6 Small wastewater treatment systems for up to S0 PT - 01.11.2013 01.11.2014
— Biliim 6: Fosseptik atigx igin Snyapimly aritma 2013 Part 6; Prefabricated treatment units for septic tank
birimleri effluent
TS EN 12566-7 Kiigiik atiksu aritma sistemleri — Niifusu 50 { 12.06.2013 EN 12566-7 Small wastewater treatment systems for up to 30 PT - 08.08.2014 08.08.2015
esdeger niifusa (en) kadar olan yerler igin — 2013 Part 7: Prefabricated tertiary treatment units
Biiliim 7: Prefabrik iiciinciil aritma iiniteleri
TS EN 12591 Bitiimler ve Bitimli Baglayicalar-Kaplama | 13.01.2011 EN 12591: Bitumen and bituminous binders - Specifications for 01.01.2010 01.01.2011
Swmfi Bitiimler-Ozellikler 2009 paving grade bitumens
TS EN | Onyapimh donatil gazbeton yap: elemanlar 18.12.2013 EN Prefabricated reinforced components of auto-claved 08.08.2014 08.08.2015
12602:2008+A1 12602:2008+A1:2013 acrated concrete
TS 706 EN 12620 | Beton agregalart 28.04.2009 EN 12620:2002 + Aggregates for concrete 01.01.2009 01.01.2010
+Al A1:2008
TS EN 12676-1 Giz kamasmasum onleyici ekranlar-Yollar icin | 17.04.2002 EN 12676-1 Anti-glare systems for roads — Part 1: Performance 01.02.2004 01.02.2006
- Biliim 1: Performans ve dzellikler 2000 and characteristics
EN 12676-1
TS EN 12676-1 02.02.2006 12000 /A1:2003 01.02.2004 01.02.2006
/A1
TS EN 12737+A1 | Ondokiimli  beton mamuller -  Ciftlik | 29.06.2009 EN 12737 Precast concrete products - Floor slats for livestock 01.01.2009 01.01.2010
hayvanlari icin zemin kap! plaklari :2004+A1:2007
TS EN 12764+A1 | Saglik gerecleri - Girdaph banyolar icin teknik | 28.05.2009 EN 12764:2004 Sanitary appliances — Specification for whirlpool 01.01.2009 01.01.2010
ozellikler +A1:2008 baths
TS EN 12794+A1 | On dokiimlii beton mamuller — Temel kazikiar | 26.03.2009 EN 12794:2005 Precast Concrete Products — Foundation Piles 01.02,2008 01.02.2009
+A1:2007
TS EN 12794+A1 16.04.2009 EN 12794:2005 01.08.2009 01.08.2009
/AC +A1:2007/
AC:2008
TS EN 12809 K lar-Konutlarda kuilanilan kat | 19.04.2005 EN 12809:2001 Residential independent boilers fired by solid fuel — 01.07.2005 01.07.2007




kaloriferleri icin-Miistakil, kati yakith, anma 1s1

EN 12809:2001

Nominal heat output up to 50 kW — Requirements

giicii 50 kW’ a kadar - Ozellikler ve deney | /A1:2004 and test methods
TS EN 12809 /AC | metotlar 12.02.2009 EN 12809:2001 01.01.2008 01.01.2008
/AC:2006
TS EN 12809 EN 12809:2001
JAI/AC 1A1:2004 /AC:2007
TS EN 12815 Kati Yakit Yakan Ev Tipi Pisiriciler- Ozellikler | 03.04.2008 EN 12815:2001 Residential cookers fired by solid fuel 01.07.2005 01.07.2007
TS EN 12815 /A1 | ve Deney Metotlan EN 12815:2001 Requircments and test methods
/A1:2004
TS EN 12815/AC EN 12815:2001 01.01.2007 01.01.2007
/AC:2006
TS EN 12815/ A1/ EN 12815:2001 01.01.2008 01.01.2008
AC:2007 /A1:2004 /AC:2007
TS EN 12839 Ondikiimlii Beton Mamuller-Cit Elemanlar: 12.04.2012 EN 12839:2012 Precast concrete products - Elements for fences 01.10.2012 01.10.2013
12012
TS EN 12843 On dékimli beton mamuller - Direkler ve | 08.11.2005 EN 12843:2004 Precast concrete products — Masts and poles 01.09.2005 01.09.2007
siitunlar
TS EN 12859 Algt bloklar - Tarifler, gerekler ve deney | 22.11.2011 EN 12859:2011 Gypsum blocks - Definitions, requirements and test 01.12.2011 01.12.2012
yontemleri methods
TS EN 12860 Yapistiricilar — Algr esash — Algr tast bloklar | 30.03.2004 EN 12860:2001 Gypsum based adhesives for gypsum blocks — 01.04.2002 01.04.2003
icin — Tarifler, ozellikler ve deney metotlar: EN 12860:2001 Definitions, requirementsand test methods 01.01.2010 01.01.2010
/AC:2002
TS EN 12878 Cimento  velveya  kire¢  esash  yap | 27.02.2007 EN 12878:2005 Pigments for the colouring of building materials 01.03.2006 01.03.2007
TS EN | malzemelerinin renklendirilmesinde kullanilan | 23.01.2007 EN 12878:2005 based on cement and/or lime Specifications and 01,01.2007 01.01.2007
12878/AC2 pigmentler - Ozellikler ve deney y leri JAC:2006 methods of test
TS EN 12899-1 Sabit, diisey yol trafik isaretleri - Bliim 1: | 28.04.2009 EN 12899-1 :2007 Fixed, vertical road traffic signs — Part 1: Fixed 01.01.2009 01.01.2013
Sabit isaretler signs
TS EN 12899-2 Sabitlenmis, diisey yol trafik isaretleri - Bdliim | 22.05.2008 EN 12899-2 :2007 Fixed, vertical road traffic signs — Part 2: 01.01.2009 01.01.2013
2:  Fon aydmlatmah trafik  panolan Transilluminated traffic bollards (TTB)
(Transillu ted traffic bollard)
TS EN 12899-3 Sabitlenmis, diisey yol trafik isaretleri - Boliim | 22.05.2008 EN 12899-3 :2007 Fixed, vertical road traffic signs — Part 3: Delineator 01.01.2009 01.01.2013
3:Yol isaretleme seritleri ve yol yansitici araglar posts and retroreflectors
(isaretleme seritleri)
TS EN 12951 Catilar_icin _hazir _aksesuarlar - Sabit cati | 24.12.2007 EN 12951:2004 Prefabricated accessories for roofing — Permanently 01.09.2005 01.09.2006

12 By standart TSE tarafindan iptal edilmis olmasina ragmen, Nando’da (http://ce.europa.ew/enterprise/newapproach/nando/index. cfim?fuscaction=cp.hs&cpr=Y#hs) yeni versiyonu yayimlanincaya kadar CE igaretlemesi igin

kullanilir.




merdivenleri - Mamul dzellikleri ve deney
metotlar

fixed roof ladders --- Product specification and test
methods

TS EN 12966- | Diisey yol isaretleri - DeBisken mesajh trafik | 12.04.2012 EN 12966-1 Road vertical signs - Variable message traffic signs - 01.08.2010 01.08.2010
1H+ALR isaretleri - Boliim 1: Mamul standard: 2005+A1:2009 Part 1: Product standard
TS EN 13024-2 Cam - Yapiarda kullamlan - Isil olarak | 21.12.2006 EN 13024-2 Glass  in building — Thermally toughened 01.09.2005 01.09.2006
temperlenmis borosilikat emniyet cami - Béliim 2004 borosilicate safety glass Part 2: Evaluation of
2 : Uyguniuk degerlendirmesi / Mamul conformity/Product standard
standardy
TS EN 13043 Yollar, havaalanlari ve trafige aqik diger | 18.12.2013 EN 13043:2002 Aggregates for bituminous mixtures and surface 01.07.2003 01.06.2004
alaplardaki  bitiimli  karipumlar  ve  yiizey EN 13043:2002/ treatments for roads, airfields and other trafficked 01.06.2006 01.06.2006
uygulamalarinda kullandan agregalar AC:2004 areas
TS 1114 EN | Hafif agregalar - Boliim 1: Beton, har¢ ve | 16.04.2004 EN 13055-1 Lightweight aggregates — Part 1: Lightweight 01.03.2003 01.06.2004
13055-1 serbette kullanim i¢in 12002 aggregates for concrete, mortar and grout
TS EN 130551 25.04.2006 EN 13055-1 01.01.2010 01.01.2010
IAC :2002/AC:2004
TS EN 13055-2 Hafif agregalar - Boliim 2: Bitimli karisimlar | 16.02.2006 EN 13055-2 Lightweight aggregates — Part 2: Lightweight 01.05.2005 01.05.2006
ve yiizey islemleri ile baglayicisiz ve baglayicih 2004 aggregates for bituminous mixtures and surface
uygulamalarda kullamm i¢in treatments and for unbound and bound applications
TS EN 13063-1 Bacalar - Kil/seramik duman yolu astarl sistem | 03.04.2008 EN 13063-1 Chimneys - System chimneys with clay/ceramic flue 01.05.2008 01.05.2009
+Al bacalar - Béliim 1: Kurum tutusmasina direng 12005 +A1:2007 liners - Part 1: Requirements and test methods for
i¢in kurallar ve deney metotlar sootfire resistance
TS EN 13063-2 Bacalar - Kil/seramik duman yolu astarli sistem { 03.04.2008 EN 13063-2 Chimneys — System chimneys with clay/ceramic 01.05.2008 01.05.2009
+A1 bacalar - Boliim 2: Yas sartlarda uygulanan 12005 +A1:2007 flue liners -Part 2: Requirements and test methods
kurallar ve deney metotlart under wet conditions
TS EN 13063-3 Bacalar- Kil/seramik duman yolu astar olan | 09.10.2013 EN 13063-3 Chimneys - System chimneys with clay/ceramic flue 01.05.2008 01.05.2009
baca sistemleri — Bolim 3: Hava duman kanal 2007 liners - Part 3: Requirements and test methods for air
baca sistemleri icin dzellikler ve deney metotlan flue system chimneys
TS EN 13069 Bacalar - Kil/seramik dis duvarh sistem bacalar | 20.03.2008 EN 13069:2005 Chimneys — Clay/ceramic outer walls for system 01.05.2006 01.05.2007
— Kurallar ve deney metotlars chimneys —Requirements and test methods
TS EN 13084-5 Bacalar - Serbest duran - Bolim 5: Tugla | 19.06.2007 EN 13084-5 Free-standing chimneys — Part 5: Material for brick 01.04.2006 01.04.2007
astarlar i¢in malzeme - Mamul ézellikleri 12005 liners -—Product specifications
TS EN 130845 EN 13084-3 01.01,2007 01.01.2007
/AC 12005 /AC:2006
TS EN 13084-7 Bacalar-Serbest duran-Bdlim 7: Tek duvarh | 10.04.2013 EN 13084-7 Free-standing chimneys - Pat 7 Product 01.09.2013 01.09.2013
gelik bacalar ve celik astarlarda kullandan 12012 specifications of cylindrical stee! fabrications for use
silindirik celiklerinin mamul teknik dzellikleri in single wall steel chimneys and steel liners
TS EN 13101 insan girisine elverisli yeralti muayene odalar1 | 24.04.2007 EN 13101:2002 Steps for underground man entry chambers — 01.08.2003 01.08.2004

% By standart TSE tarafindan iptal edilmis olmasina rapmen, Nando’da yeni (http:/ec.curopa.euw/enterprise/newapproach/nando/index.cfim?fuseaction=cp.hs&cpr=Y#hs) versiyonu yayimlamncaya kadar CE isavetlemesi igin

kullamlsr,




icin basamaklar - Gerekler, isaretleme, deneyler
ve uygunluk degerlendirmesi

Requirements, marking, testing and cvaluation of
conformity

yiinlii (MW) fabrikasyon mamuller - Ozellikler

made mineral wool (MW) products- Specification

TS EN 13108-1 Bitiimlii  karigimlar-  Malzeme  Gzellikleri- | 18.12.2008 EN 13108-1 Bituminous mixtures ~ Material specifications - Part 01.03.2007 01.03.2008
Biliim 1: Asfalt betonu 22006 1: Asphalt Concrete

TS EN 13108-1 04.02.2010 EN 13108-1 01.01.2009 01.01.2009

/AC :2006/AC:2008

TS EN 13108-2 Bitimlii  karigimlar - Malzeme &zellikleri - | 24.06.2010 EN 13108-2 Bituminous mixtures - Material specifications - Part 01.03.2007 01.03.2008
Béliim 2: Cok ince tabakalar i¢in asfalt betonu 22006 2: Asphatt Concerete for very thin layers

TS EN 13108-2 EN 13108-2 01.01.2009 01.01.2009

IAC :2006/AC:2008

TS EN 13108-3 Bitiimlii karisimlar - Malzeme dzellikleri - | 24.06.2010 EN 13108-3 Bituminous mixtures - Material specifications - Part 01.03.2007 01.03.2008
Biliim 3: Yumusak asfalt 12006 3: Soft Asphalt

TS EN 13108-3 EN 13108-3 01.01.2009 01.01.2009

/AC :2006/AC:2008

TS EN 13108-4 Bitimliit karigimlar - Malzeme ozellikieri - | 24.06.2010 EN 13108-4 Bituminous mixtures - Material specifications - Part 01.03.2007 01.03.2008
Boliim 4: Sicak silindirlenen asfalt :2006 4: Hot Rolled Asphalt

TS EN 13108-4 EN 13108-4 01.01.2009 01.01.2009

/AC :2006/AC:2008

TS EN 13108-5 Bitiimlii kangimlar - Malzeme dzellikleri - | 18.12.2008 EN 13108-5 Bituminous mixtures - Material specifications - Part 01.03.2007 01.03.2008
Boliim 5: Tas mastik asfalt :2006 5: Stone Mastic Asphalt

TS EN 13108-5 04.02.2010 EN 13108-5 01.01.2009 01.01.2009

/AC :2006/AC:2008

TS EN 13108-6 Bitimlii kargimlar - Malzeme dzellikleri - | 24.06.2010 EN 13108-6:2006 Bituminous mixtures - Material specifications - Part 01.03.2007 01.03.2008

TS EN 13108-6 | Boliim 6: Mastik asfalt EN 13108-6 6: Mastic Asphalt 01.01.2009 01.01.2009

IAC :2006/AC:2008

TS EN 13108-7 Bitiimli kargimlar - Malzeme Gzeflikleri - | 13.01.2011 EN 13108-7:2006 Bituminous mixtures - Material specifications - Part 01.03.2007 01.03.2008

TS EN 13108- | Bélim 7: Poroz asfalt EN 13108-7: 2006 / 7: Porous Asphalt 01.01.2009 01.01.2009

7/AC AC:2008

TS EN 13139" Agregalar - Harg yapim igin 18.12.2013 EN 13139:2002 Aggregates for mortar 01.03.2003 01.06.2004

EN 13139:2002 01.01.2010 01.01.2010
/AC:2004

TS EN 13160-1 Sizint1 belirleme sistemleri — Boliim 1: Genel | 28.01.2004 EN 13160-1 Leak detection systems — Part 1: General principles 01.03.2004 01.03.2005
prensipler - 12003

TS EN 13162 Isi yahtim mamuileri - Binalar igin - Mineral | 18.12.2013 EN 13162:2012 Thermal insulation products for buildings -Factory 01.09.2013 01.09.2013

" Bu standart TSE tarafindan iptal edilmis olmasina rafimen, Nando’da (hitp://ec.europa.cu/enterprise/newapproach/nando/index.cfim?fuseaction=cp hséepr=Y#ths) yeni versiyonu yayimlanincaya kadar CE igaretlemesi igin

kullanulir.




TS EN 13163 Ist  yaltim mamulleri - Binalar igin - | 10.04.2013 EN 13163:2012 Thermal insulation products for buildings —- Factory 01.09.2013 01.09.2013
Fabrikasyon olarak imal edilen mamuller - made products of expanded polystyrene (EPS) -
Genlestirilmis polistiren (EPS) - Ozellikler Specification

TS EN 13164 Ist Yahtim Mamulleri-Binalar Igin-Fabrikasyon | 10.04.2013 EN 13164: 2012 fhermal insulation products for buildings — Factory 01.09.2013 01.09.2013
Olarak Ekstriizyonla imal Edilen Polistiren made products of extruded polystyrene foam (XPS)
Kipiik (XPS)- Ozellikler. —- Specification

TS EN 13165 Ist yahtim mamulleri-Binalar icin-Fabrikasyon | 10.04.2013 EN 13165:2012 Thermal insulation products for buildings -— Factory 01.09.2013 01.09.2013
olarak imal edilen sert poliiiretan kipiik (PUR)- made rigid polyurethane foam (PU) products -—
Ozellikler Specification

TS EN 13166 Is: Yahtsm Mamulleri-Binalar I¢in-Fabrikasyon | 10.04.2013 EN 13166:2012 Thermal insulation products for buildings -Factory 01.09.2013 01.09.2013
Olarak Imal Edilen Fenolik Képik (PF) - made phenolic foam (PF) products -— Specification
Ozellikler

TS EN 13167 Ist Yahtim Uriinleri- Binalarda Kullanilan- | 10.04.2013 EN 13167: 2012 Thermal insulation products for buildings - Factory 01.09.2013 01.09.2013
Fabrika Yapim Cam  Yind  Uriinleri- made cellular glass (CG) products -— Specification
Ozellikler

TS EN 13168 Isn Yaltim M lieri-Binalarda Kullanil 10.04.2013 EN 13168:2012 Thermal insulation products for buildings — Factory 01.09.2013 01.09.2013
Fabrika Yapimi Rende Yongasiodun yiinii) made wood wool (WW) products — Specification
(WW) Mamulleri-Ozellikler

TS EN 13169 Ist yahtim malzemeleri — Binalar icin — | 10.04.2013 EN 13169: 2012 Thermal insulation products for buildings — Factory 01.09.2013 01.09.2013
Genlestiritmis perlitten fabrikada imal edilmig made expanded perlite board (EPB) products —
mamuller (EPB) — Ozellikler Specification

TS EN 13170 Iss Yahtim Mamiilleri-Binalar I¢in-Fabrika | 10.04.2013 EN 13170:2012 Thermal insulation products for buildings -Factory 01.09.2013 01.09.2013
Yapimi Genlestirilmis Mese Mantari Levhalari made products of expanded cork (ICB) —
(ICB)-Ozellikler Specification

TS EN 13171 Ist Yaltim Mamulleri-Binalarda Kullanilan- | 10.04.2013 EN 13171:2012 Thermal insulating products for buildings -Factory 01.09.2013 01.09.2013
Fabrika Yapiu Odun Lifli (WF) Mamuller- made wood fibre (WF) products — Specification
Ozellikler

TS EN | Ondokiimli beton ller - Disli dos 12.04.2012 EN 13224:2011 Precast concrete products - Ribbed floor elements 01.08.2012 01.08.2013

13224:2011 elemanlar

TS EN 13225 Ondékiimlii beton mamuller - Yapisal cubuk | 12.06.2013 EN 13225:2013 Precast concrete | EN 13225:2004™ 08.08.2014 08.08.2015
elemanlar products —  Linear

structural elements

TS EN 13229 Kati yakith gémme sdmineler (Aqik yanmalilar | 16.04.2009 EN 13229:2001 Inset appliances including open fires fired by solid 01.07.2005 01.07.2007
dahil) - Ozellikler ve deney metotlart fuels — Requirements and test methods

TS EN 13229 /A1 EN 13229:2001 01.06.2006 01.06.2007

15 08.08.2015 tarihine kadar gegerlidir. Bu tarihten sonra standardin sadece son versiyonuna gore yapilmig CE isaretlemesi gegerlidir.




TS EN 13229 /A2

/A1:2003

EN 13229:2001

01.07.2005

01.07.2007

/A2:2004

TS EN 13229/AC EN 13229:2001 01.07.2007 01.07.2007

1AC:2006

TS EN 13229/ A2 EN 13229:200t 01.01.2008 01.01.2008

IAC /A2:2004 JAC2007

TS 4900 EN [ Sobalar-Kati Yakit Yakan-Ozellikler ve Deney | 29.04.2003 EN 13240:200t Room heaters fired by solid fuel -- Requirements 01.07.2005 01.07.2007

13240 Metotlar and test methods

TS 4900 EN 24.04.2007 EN 13240:2001

13240/A2 /A2:2004

TS 4900 EN 04.02.2010 EN 13240:2001 01.01.2007 01.01.2007

13240/ AC JAC:2006

TS 4900 EN EN 13240:2001 01.01.2008 01.01.2008

13240/ AVAC /A2:2004 /AC:2007

TS EN 13241-1 Kapilar - Endiistriyel ve ticari yapilar ve [ 22.11.2011 EN 13241-1 Industrial, commercial and garage doors and gates - 01.01.2012 01.01.2013

:2003+A1:2011 garajlarda kullanilan - Mamul standardr - 2003+A1:2011 Product standard - Part 1: Products without fire
Béliim 1: Yangina direng veya duman kontrol resistance or smoke control characteristics
ozellikleri olmayan mamuller

TS EN 13242'¢ ingaat miihendisligi isleri ve yol yapiminda | 18.12.2013 EN 13242:2002 Aggregates for unbound and hydraulically bound 01.01.2009 01.01.2010
kullanilan baglayiasiz ve hidrolik baglayicilx + A1:2007 materials for use in civil engineering work and road

I ler icin agregalar construction

TS EN 13245-2 Plastikler - Plastiklestirici katitmams polivinil | 13.12.2011 EN 13245-2 Plastics - Unplasticized poly(viny! chloride) (PVC-U) 01.07.2010 01.07.2012
Kloriir (PVC - U) profiller — Bina uygulamalar :2008; profiles for building applications - Part 2: PVC-U
icin — Boliim 2: I¢ ve dis duvarlar ile tavanlar EN 13245-20008/AC- | profiles and PVC- UE profiles for internal and
icin kullanilan PVC-U ve PVC-UE profiller 2009 external wall and ceiling finishes

TS EN 13249 Jeotekstiller ve Jeotekstille Ilgili Mamuller- | 29.04.2014 EN 13249:2000 Geotextiles and  geotextile-related products — 01.10.2001 01.10.2002
Yollar ve Trafige Aqk Diger Alanlarn EN 13249:2000 Characteristics required for use in the construction of 01.11.2005 01.11.2006
(Demiryollari ve Asfalth Ortamlar Harig) /A1:2005 roads and other trafficked areas (excluding railways
Yapiminda Kull igin Gerekli Ozellikler and asphalt inclusion)

TS EN 13250 Jeotekstiller ve jeotekstillerle ilgili mamuller — | 29.04.2014 EN 13250:2000 Geotextiles and  geotextile-related  products — 01.10.2001 01.10.2002
Demiryollar: ingaatinda kullamm icin gerekli EN 13250:2000 Characteristics required for use in the construction of 01.06.2006 01.06.2007
karakteristikler /A1:2005 railways

TS EN 13251 Jeotekstiller ve jeotekstille ilgili mamuller - | 29.04.2014 EN 13251:2000 Geotextiles and  geotextile-related  products — 01.10.2001 01.10.2002
Zemin yapilar, temeller ve dayanma EN 13251:2000 Characteristics required for use in earthworks, 01.06.2006 01.06.2007
yapilarimn yapuninda kuolamm icin  gerekli /A1:2005 foundations and retaining structures
Szellikler

TS EN 13252 Jeotekstiller ve Jeotekstille Ilgili Mamuller- | 29.04.2014 EN 13252:2000 Geotextiles _and _geotextile-related products — | 01.10.2001 01.10.2002

¥ By standart TSE tarafindan iptal edilmis olmasina ragmen, Nando’da (http://ec.europa.cu/enterprise/newapproach/nando/index. ofm?fuseaction=cp.hs&cpr=Y#hs) yeni versiyonu yayimlamncaya kadar CE isaretlemesi igin

kultambir.




Drenaj Sistemlerinde Kullamm fcin Gerekli EN 13252:2000 Characteristics required for use in drainage systems 01.06.2006 01.06.2007
Ozellikler /A1:2005
TS EN 13253 Jeotekstiller ve Jeotekstille ilgili Mamuller- | 29.04.2014 EN 13253:2000 Geotextiles and geotextile-related products — 01.10.2001 01.10.2002
Erozyon Kontrol (Sahil Korumasi ve Kiyi Characteristics required for use in erosion control
lfaph.imalan) isterinde Kullamm icin Gerekli TN 132532000 works (coastal protection, bank revetments) 01.06.2006 01.06.3007
Ozellikler JA1:2005
TS EN 13254 Jeotekstiller ve Jeotekstille igili Mamuller-Su | 29.04.2014 EN 13254:2000 Geotextiles and  geotextile-related  products  — 01.10.2001 01.10.2002
Tutucu  Yapilarmm  (Golet ve Barajlar) EN 13254:2000 Characteristics required for use in the construction of 01.06.2006 01.06.2007
Yapimmda Kullamm [¢in Gerekli Ozellikler /A1:2003 reservoirs and dams
EN 13254:2000 01.06.2006 01.06.2006
{AC:2003
TS EN 13255 Jeotekstiller ve Jeotekstille llgili Mamulier- | 29.04.2014 EN [3255:2000 Geotextiles and geotextile-related  products 01.10.2001 01.10.2002
Kanallarin Yapiminda Kullamm Igin Gerekli EN 13255:2000 Characteristics required for use in the construction of 01.06.2006 01.06.2007
Ozellikler /A1:2005 canals
EN 13255:2000 01.06.2006 01.06.2006
/AC:2003
TS EN 13256 Jeotekstiller ve Jeotekstille Ilgili Mamulier- | 29.04.2014 EN 13256:2000 Geotextiles and  geotextile-related products — 01.10.2001 01.10.2002
Tiineller ve Yer Altt Yapilarin Yapminda EN 13256:2000 Characteristics required for use in the construction of 01.06.2006 01.06.2007
Kullanim i¢in Gerekli Ozellikler 1A1:2005 tunnels and underground structures
EN 13256:2000 01.06.2006 01.06.2006
/AC:2003
TS EN 13257 Jeotekstiller ve Jeotekstille Iigili Mamuller-Kati | 29.04.2014 EN 13257:2000 Geotextiles and  geotextile-related  products — 01.10.2001 01.10.2002
Atk Depolama Alanlarinda Kullamm Igin EN 13257:2000 Characteristics required for use in solid waste 01.06.2006 01.06.2007
Gerekli Ozellikler /A1:2005 disposals
EN 13257:2000 01.06.2006 01.06.2006
/AC:2003
TS EN 13263-1 | Silis dumani - Betonda kullamlan - Bélim 1: | 13.01.2011 EN 13263-1 Silica fume for concrete -~ Part 1: Definitions, 01.01.20010 01.01.2011
+Al Tarifler, gerekler ve uygunluk kriterleri 22005+ A1:2009 requirements and conformity criteria
TS EN 13265 Jeotekstiller ve Jeotekstille Ilgili Mamuller-Sivi | 29.04.2014 EN 13265:2000 Geotextiles and  geotextile-related products — 01.10.2001 01.10.2002
Atk Depolama Projelerinde Kullamm icin EN 13265:2000 Characteristics required for use in liquid waste 01.06.2006 01.06.2007
Gerekli Ozellikler /A1:2005 containment projects
EN 13265:2000 01.06.2006 01.06.2006
/AC:2003
TS EN 13279-1 Yapr ve siva alglar - Bolim 1: Tarifler ve | 12,02.2009 EN 13279-1 Gypsum binders and gypsum plasters — Part 1: 01.10.2009 01.10.2010
gerekler 2008 Definitions and requirements
0TS EN 13282-1 Hidrolik yol baglayicllar - Boliim 1: Huzle | 12.06.2013 EN 13282-1 Hydraulic road binders - Part 1: Rapid hardening 01.11.2013 01.11.2014
sertlesen hidrolik yol baglayia - Bilesim, 2013 hydraulic road binders - Composition, specifications
dzellikler ve uygunluk kriterleri and conformity criteria
TS EN 13310 Mutfak eviyeleri - Fonksiyonel ozellikler ve | 24.03.2005 EN 13310:2003 Kitchen sinks —— Functional requirements and test 01.02.2004 01.92.2006

deney metotlar

methods




TS EN 13341 | Evsel Istma Amacli Yakit gaz yagt ve mazot | 12.04.2011 EN 13341:2005 Static thermoplastics tanks for above ground storage 01.10.2011 01.10.2011
:2005+A1:2011 depolanmas i¢in yeriistii termoplastik statik +A1:2011 of domestic heating oils, kerosene and diesel fuels —
tanklar-Piiskiirme ile sekillendirilmis Polietilen Blow moulded and rotationally  moulded
donditriilerek  gekillendirilmis  polietifen ve polyethylene tanks and rotationally moulded tanks
antiyonik polinerizasyonlu polyanik 6 tanklan made of anionically polymerized polyamide 6—
gereksinimleri ve deney metodlar Requirements and test methods
TS EN 13361 Geosentetik  bariyerler - Rezervuarlanin ve | 18.06.2014 EN 13361:2004 Geosynthetic barriers — Characteristics required for 01.09.2005 01.09.2006
barajlarin ingaatinda  kullanim igin gerekli [N 13361:2004 use in the construction of reservoirs and dams 01.06.2007 01.06.2008
karakteristikler /A1:2006
TS EN 13362 Geosentetik bariyerler - Kanallarda kullamm | 29.04.2014 EN 13362:2005 Geosynthetic Barriers — Characteristics required for 01.02.2006 01.02.2007
icin gerekli Gzellikler use in the construction of canals
TS EN 13383-1 Koruma tabakas: taglari (zirh tagr) - Boliim 1: | 18.12.2013 EN 13383-1 Armourstone — Part 1; Specification 01.03.2003 01.06.2004
Ozellikler 2002
EN 13383-1 01.01.20t0 01.01.2010
2002/AC:2004
TS EN 13407 Asma pisuvarlar - Islevsel gerekler ve deney | 19.01.2010 EN 13407:2006 Wall-hung urinals — Functional requirements and 01.01.2008 01.01.2009
yontemleri test methods
TS EN 13450 Demiryolu balastlary igin agregalar 18.12.2013 EN 13450:2002 Aggregates for railway ballast 01.10.2003 01.06.2004
EN 13450:2002 01.01.2007 01.01.2007
JAC:2004
TS EN 13454-1 Kalsiyum siilfat esash sap malzemeleri igin | 18.04.2006 EN 13454-1 Binders, composite binders and factory made 01.07.2005 01.07.2006
baglayicilar, kempozit baglayicilar ve fabrika 2004 mixtures for floor screeds based on calcium sulfate
yapumi hazir karigimlar — Boliim 1: Tarifler ve — Part 1: Definitions and requirements
ozellikler
TS EN 13479 Kaynak  sarf malzemeleri -~  Metalik | 06.04.2006 EN 13479:2004 Welding consumables — General product standard 01.10.2003 01.10.2006
malzemelerin ergitme kaynaginda kullanilan for filler metals and fluxes for fusion welding of
tozlar ve ilive metaller igin genel mamul metallic materials
standardi
TS EN 13491 Geosentetik bariyerler - Tiinelerin ve ilgili | 29.04.2014 EN 13491:2004 Geosynthetic barriers — Characteristics required for 01,09.2005 01.09.2006
yeralti yapilanun insasinda akiskan bariyeri EN 13491:2004 use as a fluid barrier in the construction of tunnels 01.06.2007 01.06.2008
olarak kullamim icin gerekli karakteristikler /A1:2006 and underground structures
TS EN 13492 Geosentetik bariyerler - Sivi atik depolama | 18.12.2013 EN 13492:2004 Geosynthetic barriers — Characteristics required for 01.09.2005 01.09.2006
tesisleri, aktarma istasyonlar1 veya ikincil EN 13492:2004 use in the construction of liquid waste disposal sites, 01.06.2007 01.06.2008
tanklarin yapiminda kullamm igin - Gerekli /A1:2006 transfer stations or secondary containment
karakteristlikler
TS EN 13493 Geosentetik bariyerler - Kati atik depolama ve | 29.04.2014 EN 13493:2005 Geosynthetic barriers — Characteristics required for 01.03.2006 01.03.2007
bertaraf yerlerinin insasinda kullamim igin use in the construction of solid waste storage and
gerekli karakteristikler disposal sites
TS EN 13502 Bacalar - Kil / Seramik baca bashiklar_icin | 02.12.2004 EN 13502:2002 Chimneys -— Requirements and test methods for 01.08.2003 01.08.2004




gerekler ve deney metotlar clay/ceramic flue terminals
TS EN 13561+A1 | Dis giineglikler - Giivenlik dahil performans | 19.01.2010 EN 13561:2004 External blinds — Performance requirements 01.08.2009 01.08.2010
sartian +A1:2008 including safety
TS EN 13564-1 Tagkin Gnleme cihazlar: - Binalarda kullanilan - | 16.03.2604 EN 13564-1 Anti-flooding devices for buildings — Part 1 01.05.2003 01.05.2004
Biliim {: Kurallar ;2002 Requirements
TS EN 13616 Sivi Petrol Uriinii Yakitlar icin Statik tanklarm | 02.12.2004 EN 13616:2004 Overfill prevention devices for static tanks for liquid 01.05.2005 01.05.2006
TS EN 13616/AC | asiri dolum dnleme tertibatr 25.04.2006 EN 13616:2004 petroleum fuels 01.06.2006 01.06.2006
/AC:2006
TS EN 13658-1 Siva tagiyicilar ve swva profilleri - Metal - | 12.06.2007 EN 13658-1 Metal Jath and beads — Definitions, requirements 01.03.2006 01.03.2007
Tarifler, gerekler ve deney yontemleri - B6lim 2005 and test methods -~ Part 1: Internal plastering
1: i¢ siva icin
TS EN 13658-2 Siva tagtyiedar ve siva profilleri - Metal - | 12.06.2007 EN 13658-2 Metal lath and beads — Definitions, requirements 01.03.2006 01.03.2007
Tarifler, gerekler ve deney ydntemleri - Boliim 12005 and test methods — Part 2: External rendering
2: Dig stva igin
TS EN 13659+A1 | Panjurlar - Giivenlik dahil performans sartlari | 19.01.2010 EN 13659:2004 Shutters — Performance requirements including 01.08.2009 01.08.2010
+A1:2008 safet
TS EN 13693+A1 | On dékiimli beton mamuller - Ozel cat | 13.04.2010 EN 13693:2004 Precast concrete products — Special roof clements 01.05.2010 01.05.2011
I fari +A1:2009
TS EN 13707 Su yahtim: icin esmek levhalar - Catilarda su | 13.02.2014 EN 13707:2004 Flexible sheets for waterproofing - Reinforced 01.04.2010 01.10.2010
yaitiminda  kullamlan  takviyeli  bitiimli +A2:2009 bitumen sheets for roof waterproofing - Definitions
levhalar - Tammlamalar ve dzellikler and characteristics
TS EN 13747+A2 | Ondékiimlii  beton mamuller - Daseme | 13.07.2010 EN 13747 :2005 Precast concrete products -~ Floor plates for floor 01.01.2011 01.01.2011
sistemlerinde kullanilan dogeme plakalari +A2:2010 systems
TS 213-1 Terrazo karolar - I¢ mekénlarda kullamm icin 27.09.2005 EN 13748-1 Terrazzo tiles — Part 1: Terrazzo tiles for internal use 01.06.2003 01.10.2006
EN 13748-1 12004
EN 13748-1 01.04.2006 01.10.2006
2004/A1:2003
EN 13748-1 01.06.2005 01.06.2005
:2004/AC:2005
TS213-2 Terrazo karolar - Dis mekénlarda kullanim | 27.09.2005 EN 13748-2 Terrazzo tiles — Part 2; Terrazzo tiles for external 01.04.2005 01.04.2006
EN 13748-2 icin 2004 use
TS EN 13308 Bitiimler ve bitimii baglayicilar-Katyonik | 18.12.2013 EN 13808:2013 Bitumen and bituminous | EN 13808:2005" 08.08.2014 08.08.2015
bitiim emiilsiyonlarinin tanimlanmasi icin genel binders — Framework for
esaslar specifying cationic
bituminous emulsions
TS EN 13813 Sap matl leri ve ine uygul saplar — | 02.12.2004 EN 13813:2002 Screed material and floor screeds — Screed material 01.08.2003 01.08.2004
Sap mal; leri — Ozellikler ve gerekler — Properties and requirements

7 08.08.2015 tarihine kadar gegerlidir. Bu tarihten sonra standardin sadece son versiyonuna gore yapilnug CE isaretlemesi gegerlidir.




katlarda bohgalama yalstuminda kullaml

damp proof sheets including plastic and rubber

TS EN 13815 Lifle giiglendirilmis 6n yapimh algt mamuller - | 21.12.2006 EN 13815:2006 Fibrous gypsum plaster casts -  Definitions, 01.06.2007 01.06.2008
Tarifler, gerekler ve deney metotlan requirements and test methods
TS EN 13830 Giydirme cepheler - Mamul standard 10.03.2005 EN 13830:2003 Curtain walling — Product standard 01.12.2004 01.12,2003
TS EN 13859-1"° | Esnek levhalar - Su yalibm igin - Alt | 22.11.2011 EN 13859-1: 2010 Flexible sheets for waterproofing — Definitions and 01.04.2011 01.04.2012
tabakalarin tarifleri ve ozellikleri - Bolim 1: characteristics of underlays - Part 1: Underlays for
Siirekli olmayan ¢ati kaplama levhalari icin ait discontinuous rooling
tabaka olarak kullamik
TS EN 13859-2"” | Esnek levhalar - Su yahitimt igin - Alt | 22.11.2011 EN 13859-2 Flexibie sheets for waterproofing — Definitions and 01.04.2011 01.04.2012
tabakalarin tarifleri ve dzellikleri - Boliim 2: 12010 characteristics of underlays — Part 2: Underlays for
Duvarlar icin alt tabaka olarak kullamil walls
TS EN 13877-3 Beto kaplamalar - Bolim 3: Beton | 12.06.2007 EN 13877-3 Concrete pavements -~ Part 3: Specifications for 01.09.2005 01.09.2006
kapl larda kullanilan civiler - Ozellikler 2004 dowels to be used in concrete pavements
TS EN 13915 Algt  levhalar-Onyapimb-Bosluklu  karton | 03.04.2008 EN 13915:2007 Prefabricated gypsum plasterboard panels with a 01.06.2008 01.06.2009
cekirdekli paneller~ Tarifler, gerekler ve deney cellular paperboard core - Definitions, requircments
yontemleri and test methods
TS EN 13924 Bitiimler ve bitiimlii baglayicilar - Sert déseme | 12.10.2006 EN 13924:2006 Bitumen and bituminous binders - Specifications for 01.01.2010 01.01.2011
TS EN 13924/AC | tipi bitiimler - Ozellikler 27.03.2007 EN 13924:2006 hard paving grade bitumens 01.01.2010 01.01.2010
/AC:2006
TS EN 13950™ Algt levhalar - Isvses yahtimh Kkompozit | 22.052007 EN 13950:2005 Gypsum  plasterboard thermal/acoustic  insulation 01.09.2006 (1.09.2007
paneller - Tarifler, gerekler ve deney yontemleri composite panels - Definitions, requirements and test
methods
TS EN 13956 Esnek levhalar - Su yalitinu igin - Catilarda su | 10.04.2013 EN 13956:2012 Flexible sheets for waterproofing - Plastic and rubber 01.10.2013 01.10.2013
yalitimy igin kullamlan plastik ve lastik levhalar sheets for roof waterproofing - Definitions and
- Tarifler ve 6zellikler characteristics
TS EN 13963* Derz malzemeleri- Algr levhalar icin- Tarifler, | 18.12.2008 EN 13963:2005 Jointing materials for gypsum plasterboards — 01.03.2006 01.03.2007
gerekler ve deney metotlar EN 13963:2005 Definitions, requirements and test methods 01.01.2007 01.01.2007
/AC:2006
TS EN 13964 Asma tavanlar - Gerekler ve deney yontemleri 29.04.2014 EN 13964:2004 Suspended ceilings — Requirements and test 01.01.2005 01.07.2007
EN 13964:2004 methods 01.01.2008 01.01.2009
/A1:2006
TS EN 13967 Esnek levhalar - Su yaliamr igin - Bodrum | 05.06.2012 EN 13967:2012 Flexible sheets for waterproofing - Plastic and rubber 01.03.2013 01.07.2013

A standart TSE tarafindan iptal edilmis olmasina ragmen, Nando'da (htt p:/fec.curopa.ev/enterprise/newapproach/nando/index. cfin?fuseaction=cp.hsdcpr=Y#hs) yeni versiyonu yayimlanincaya kadar CE isaretlemesi igin

kuHantlir,

19 By standart TSE tarafindan iptal edilmis olmasina ragmen, Nando’da (http:/fec.europa.cv/enterprise/newapproach/nando/index.

kullaniir.

2 By standart TSE tarafindan iptal edilmis olmasmna ragmen, Nando’da (http://ec.curopa.cu/enterprise/newapproach/nando/index.

kullandir.
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plastik ve lastik levhalar da dahil plastik ve
lastik rutubet yalitim levhalari - Tarifler ve
ozellikler

bascment  tanking sheet - Definitions  and

characteristics

ozellikleri

TS EN 13969 Su yalittmi igin esnek levhalar - Bodrum | 22.05.2007 EN 13969:2004 Flexible sheets for waterproofing — Bitumen damp 01.09.2005 01.09.2006
TS EN 13969/A1 | katlarda depolama amach kullamlan levhalar EN 13969:2004 proof sheets including bitumen basement tanking 01.01.2008 01.01.2009
dahil bitimlii rutubet yahtim levhalari - JA1:2006 sheets — Definitions and characteristics
Tanimlamalar ve dzellikler
TS EN 13970 Su yahtum igin esnek levhalar-Bitiimlii su | 22.05.2007 EN 13970:2004 Flexible sheets for watcrproofing — Bitumen water 01.09.2005 01.09.2006
TS EN 13970/A1 | buhar1 kontrol tabakalari- Tamimlamalar ve EN 13970:2004 vapour control layers -—  Definitions and 01.01.2008 01.01.2009
ozellikler /A1:2006 characteristics
TS EN 13978-1 Ondékiimli beton mamuller - Ondokiimli | 27.02.2007 EN 13978-1 Precast concrete products — Precast concrete garages 01.03.2006 01.03.2008
beton garajlar - Bolim 1: Oda boyutlarinda 2003 — Part 1:Requirements for reinforced garages
parcalarla olusturulan veya yekpare betonarme monolithic or consisting of single sections with room
garajlar icin gerekler dimensions
TS EN 13984 Esnek levhalar - Su yalitin igin - Su buharim | 12.06.2013 EN 13984:2013 Flexible sheets for waterproofing — Plastic and 01.11.2013 01.11.2013
kontrol igin plastik ve lastik tabakalar - Tarifler rubber vapour control layers — Definitions and
ve zellikler characteristics
TS EN 13986 Yapilarda kullamlan ahsap esash levhalar — | 13.03.2007 EN 13986:2004 Wood-based panels for usc in construction — 01.06.2005 01.06.2006
Karakteristikler, uygunlugun degerlendirilmesi Characteristics, evaluation of conformity —and
ve isaretleme marking
TS EN 14016-1 Manyezit saplar igin baglaywilar - Kostik | 06.04.2006 EN 14016-1 Binders for magnesite screeds — Caustic magnesia 01.12.2004 01.12.2005
magnezya ve magnezyum kloriir - Bélim 1: 2004 and magnesium chloridc — Part [: Definitions,
Tarifler ve dzellikler requirements
TS EN 14023 Bitiim ve bitiimlii baglayicilar-Polimer modifiye | 13.07.2010 EN 14023:2010 Bitumen and bituminous binders - Specification 01.01.2011 01.01.2012
bitiim  sartnameleri igin  genel esaslar framework for polymer modified bitumens
TS EN 14037-1 120°C’tan diisiik sicakliktaki suyla beslenen, | 19.02.2009 EN 14037-1 Ceiling mounted radiant panels supplicd with water 01.02.2004 01.02.2005
tavana monteli radyant paneller - Bolim 1: 12003 at temperature below 120° C — Part 1: Technical
Teknik dzellikler ve gerekler specifications and requirements
TS EN 14041 Elastik, tekstil ve limine yer dogemeleri - Temel | 22.05.2007 EN 14041:2004 Resilient, textile and laminate floor coverings — 01.01.2006 01.01.2007
TS EN 14041/AC | ozellikler EN 14041:2004 Essential characteristics 01.01.2007 01.01.2007
JAC:2006
TS EN 14055 WC ve pisuar rezarvuarlan 26.09.2013 EN 14055:2010 WC and urinal flushing cisterns 01.09.2011 01.09.2012
TS EN 14063-1 Ist  yalitim I leri ve Heri - | 19.06.2007 EN 14063-1 Thermal insulation materials and products — In-situ 01.06.2005 01.06.2006
Genlestirilmis kil hafif agregadan (LWA) 12004 formed expanded clay lightweight aggregate products
TS EN 14063-1/ | yerinde yapilan 1si yahtim - Boliim 1: Gevsek EN 14063-1 (LWA) — Part 1: Specification for the loose-fill 01.01.2008 01.01.2008
AC dolgulu  malzemelerin  yerlestirilme dncesi :2004 /AC:2006 products before installation




TS EN 140064-1 Binalar i¢in 15l yahtim mamiilleri - Gevsek | 23.03.2010 EN 14064-1 :2010 T'hermal insulation products for buildings - In-situ 01.12.2010 01.12.2011
dokulu mineral yiin (MW) mamiillerinden formed loose-fill mineral wool (MW) products — Part
yerinde yapilan is1 yalitim - Bolim 1:Gevsek 1: Specification for the loose-fill products before
dolgulu  malzemelerin yerlestirilme Gnecesi installation
ozellikleri
TS EN 14080 Ahsap yapilar - Tutkall lamine kereste ve | 18.12.2013 [N 14080:2013 Timber structures-Glued | EN 14080:2005% 08.08.2014 08.08.2015
tutkalh masif ahsap - Ozellikler laminated timber and
glued solid timber -
Requirements
TS EN 14081-1 Ahgap yapilar - Mukavemet simflandirmast | 05.04.2011 EN 14081-1 Timber structures - Strength graded structural timber 01.10.2011 31.12.2011
+Al yapilmis dikdgrtgen enine kesitli yapisal kereste 2005+ A1:2011 with rectangular cross section - Part 1. Gencral
- Boliim k: Genel gerekler requirements
TS EN 14178-2 Cam - Yapilarda kullamlan - Temel toprak | 21.12.2006 EN [4178-2 Glass in building — Basic alkaline earth silicate glass 01.09.2005 01.09.2006
alkali silikat cam mamuller - Béliim 2 12004 products — Part 2: Evaluation of conformity/Product
Uygunluk deBerlendirmesi / Mamul standard: standard
TS EN 14179-2 Cam - Yapilarda kullamlan - Isil olarak | 06.12.2007 EN 14179-2 Glass in building — Heat soaked thermally 01.03.2006 01.03.2007
temperlenmis ve 1sil banyolanmis soda kireg 22005 toughened soda lime silicate safcty glass - Part 2:
silikat emniyet cami - Bolim 2: Uygunluk Evaluation of conformity /Product standard
degerlendirmesi/iiriin standardi
TS EN 14188-1 Derz dolgulari ve derz sizdirmazhik malzemeleri | 16.03.2006 EN 14188-1 Joint fillers and scalants — Part 1: Specifications for 01.07.2005 01.01.2007
- Boliim 1: Sicak uygulamali derz sizdirmazhk :2004 hot applied sealants
Izemeleri - Ozellikler
TS 5926 EN | Derz dolgulari ve derz sizdirmazlik malzemeleri | 16.03.2006 EN 14188-2 Joint fillers and sealants — Part 2: Specifications for 01.10.2005 01.01.2007
14188-2 - Biliim 2: Soguk uygulamali derz sizdirmazhk 12004 cold applied sealants
malzemeleri - Ozellikler
TS EN 14188-3 Baglanti dolgular1 ve contalar - Bdlim 3: | 20.07.2006 EN 14188-3 Joint fillers and sealants - Part 3: Specifications for 01.11.2006 01.11.2007
Ozellikler :2006 preformed joint scals
TS EN 14190% Algi levhalar-Yeniden isleme tibi tutularak elde | 18.12.2008 EN 14190:2005 Gypsum plasterboard products from reprocessing — 01.04.2006 01.04.2007
edilen-Tarifler, gerekler ve deney yontemleri Definitions, requirements and test methods
TS EN 14195 Algt levha sistemlerinde kullamlan metal | 30.01.2007 EN 14195:2005 Metal framing components for gypsum plasterboard 01.01.2006 01.01.2007
TS EN | cerceve bilesenleri - Tarifler, gerekler ve deney EN 14195:2005 systems —Definitions, requirements and test methods 01.01.2007 01.01.2007
14195/AC* yontemleri /AC:2006
TS EN 14209 On_sekillendirilmis _alg1 levha kisebentler - | 25.04.2006 EN 14209:2005 Preformed plasterboard _cornices - Definitions, 01.09.2006 01.09.2007

22 (8.08.2015 tarihine kadar gegerlidir. Bu tarihten sonra standardin sadece son versiyonuna gore yapilmig CE igaretlemesi gegerlidir.
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Tarifler, gerekler ve deney metotlari

requirements and test methods

imal edilen sert poliiretan (PUR) ve sert
poliizosiyanat (PIR) képiik mamuller-zellikler

polyurethane foam (PUR) and polyisocyanurate foam
(PIR) products - Specification

TS EN 14216 Cimento - Ozel cimentolar - Cok diisiik sth - | 19.01.2010 EN 14216:2004 Cement  —  Composition,  specifications  and 01.02.2005 01.02.2006
Bilesim, dzellikler ve uygunluk kriterleri conformity criteria for very low heat special cements
TS EN 14229 | Yapr keresteleri-Havai hatlar icin aga¢ tel | 13.01.2011 EN 14229:2010 Structural timber - Wood poles for overhead lines 01.09.2011 01.09.2012
:2010 direkleri
TS EN 14246 Algi elemanlar - Asma tavanlarda kullamlan - | 21.12.2006 EN 14246:2006 Gypsum  elements for suspended ceilings - 01.04.2007 01.04.2008
TS EN 14246/AC | Tarifler, gerekler ve deney metotlary 03.04.2008 EN 14246:2006/ Definitions, requirements and test methods 01.01.2008 01.01.2008
AC:2007
TS EN 14250 Ahsap yapilar - Perginli metal plakalarla | 09.11.2010 EN 14250 :2010 Timber structures — Product requirements  for 01.11.2010 01.11.2010
birlestirilmis én yapiml kafes kirigler - Mamul prefabricated  structural members assembled with
dzellikleri punched metal plate fasteners
TS EN 14296 Saghk uygulamalart - Halka ait yikama | 17.01.2006 EN 142962005 Sanitary appliances — Communal washing troughs 01.03.2006 01.03.2008
tekneleri
TS EN 14303 Iss  yahtm  mamulleri-Bina  tesisati  ve | 12.06.2013 EN 14303 Thermal insulation products for building equipment 01.11.2013 01.11.2013
:2009+A1 endiistriyel uygulamalar1 icin-Fabrikasyonla 2009+A1:2013 and industrial installations - Factory made mineral
imal edilen mineral yiin mamulter-Ozellikier wool (MW) products - Specification
TS EN 14304 Tesisat ve endistriyel uygulamalar igin st | 12.06.2013 EN 14304 Thermal insulation products for building equipment 01.11.2013 01.11.2013
:2009+A1 yalitm  mamulleri-Fabrika  yapumi  esnek :2009+A1:2013 and industrial installations - Factory made flexible
elastomerik kipiik (FEF) Giriinler-ozellikler elastomeric foam (FEF) products - Specification
TS EN 14305+A1 | Ist yahtim  mamulleri-Bina  tesisati  ve | 12.06.2013 EN 14305 Thermal insulation products for building equipment 01.11.2013 01.11.2013
endiistriyel uygulamalarnt icin-Fabrikasyonla :2009+A1:2013 and industrial installations - Factory made cellular
imal edilen gizenekli cam (CG) mamuller - glass (CG) produets - Specification
Ozellikler
TS EN 14306 Isi  yatim  mamulleri-Bina  tesisati  ve | 12.06.2013 EN 14306 Thermal insulation products for building equipment 01.11.2013 01.11.2013
:2009+A1 endiistriyel uygulamalar icin-Fabrikasyonla 2009+A1:2013 and industrial installations - Factory
imal edilen kalsiyum silikat (CS) mamuller - made calcium silicate (CS) products - Specification
ozellikler
TS EN 14307 Ist  yalitim  mamulleri-Bina tesisatt  ve | 12.06.2013 EN 14307 Thermal insulation products for building equipment 01.11.2013 01.11.2013
:2009+A1 endiistriyel uygulamalart icin-Fabrikasyonla :2009+A1:2013 and industrial installations - Factory made extruded
imal edilen polistiren (XPS) kopiik mamuller- polystyrene foam (XPS) products - Specification
ozellikler
TS EN 14308 Iss  yahtim mamulleri-Bina tesisat1  ve | 12.06.2013 EN 14308 Thermal insulation products for building equipment 01.11.2013 01.11.2013
:2009+A1 endiistriyel uygulamalari igin-Fabrikasyonla 2009+A1:2013 and industrial installations - Factory made rigid




TS EN 14309 Ist  yalittm  mamulleri-Bina  tesisati  ve | 12.06.2013 EN 14309 Thermal insulation products for building equipment 01.11.2013 01.11.2013
:2009+A1 endiistriyel uygulamalari igin-Fabrikasyonla 2009+A1:2013 and industrial installations - Factory made products
imal edilen Genlestirlmis polistiren (EPS) of expanded polystyrene (EPS) - Specification
mamuller-6zellikler
TS EN 14313 Ist  yaitim  mamulleri-Bina  tesisati  ve | 12.06.2013 EN 14313 Thermal insulation products for building equipment 01.11.2013 01.11.2013
:2009+A1 endiistriyel uygulamalart icin-Fabrikasyonla :2009+A1:2013 and industrial installations - Factory made
imal edilen Polietilen (PEF) kopiik mamuller- polyethylene foam (PEF) products - Specification
dzellikler
TS EN 14314 Ist  yalittm  mamulleri-Bina  tesisah  ve | 12.06.2013 EN 14314 Thermal insulation products for building equipment 01.11.2013 01.11.2013
:2009+A1 endiistriyel uygulamalari igin-Fabrikasyonla 2009+A1:2013 and industrial installations - Factory made phenolic
imal edilen fenolik Kkiipiik (PF) mamuller- foam (PF) products - Specification
dzellikler
TS EN 14315-1 Binalar i¢in st yahtim iiriinleri - Santiyede | 12.06.2013 EN 14315-1 Thermal insulating products for buildings - In-situ 01.11.2013 01.11.2014
olusturulan sert kopiik piiskiirtme mamiilleri : 2013 formed sprayed rigid polyurethane (PUR) and
Bilim 1 - Uygulamadan &nce sert kapiik polyisocyanurate (PIR) foam products - Part 1:
piiskiirtme sistemi icin Ozellikler Specification for the rigid foam spray system before
install
TS EN 14316-1 Ist yalitim malzemeleri - Binalar igin - | 23.11.2006 EN 14316-1 Thermal insulation products for buildings —- In-situ 01.06.2005 01.06.2006
Genlestirilmis perlitten (EP) yerinde yapdan st 2004 thermal insulation formed from expanded perlite ([P}
yaitinn - Boliim 1: Bagh ve gevsek dolgulu products — Part 1: Specification for bonded and
mal lerin yerlestirilme dncesi dzellikleri loose-fill products before installation
TS EN 14317-1 Is1 yahtym mamulleri - Binalarda kullamlan - | 24.04.2006 EN 14317-1 Thermal insulation products for buildings — In-situ 01.06.2005 01.06.2006
Pullu vermikiilit (PV) mamulierle kullanim 2004 thermal insulation formed from exfoliated vermiculite
yerinde uygulanan st yahtimi - Biliim 1: Bagh (EV) products — Part 1: Specification for bonded
ve gevsek dolgulu mamullerin  binaya and loose-fill products before installation
yerlestirme dncesindeki tzellikleri
TS EN 14318-1 Binalar igin st yaltun iiriinferi - Santiyede | 12.06.2013 EN 14318-1 Thermal insulating produets for buildings - In-siu 01.11.2013 01.11.2014
olusturularak dagitlan sert poliiiretan (PUR) 2013 formed dispensed rigid polyurethane (PUR) and
ve polyisocyanurate (PIR) kopiik: Boliim 1 polyisocyanurate (PIR) foam products - Part |
Uygulamadan énce Sert kopiik dagitma sistemi Specification for the rigid foam dispensed system
icin Ozellikler before installation
TS EN 14319-1 Bina ekipmanlari ve Endiistriyel Uygulamalar | 12.06.2013 EN 14319-1 Thermal insulating products for building equipment 01.11.2013 01.11.2014
icin 11 yahtim  iriinleri -  Santiyede 2013 and industrial installations - In-situ formed dispensed
olugturularak dagitilan sert poliiiretan (PUR) rigid polyurethane (PUR) and polyisocyanurate foam
ve polyisocyanurate kopiik (PIR) iiriinleri: (PIR) products - Part 1: Specification for the rigid
Béliim 1 Uygulamadan dnce sert kiipiik dagitym foam dispensed system before installation
sistemi ozellikleri
TS EN 14320-1 Bina ekipmanian ve Endiistriyel Uygulamalar | 12.06.2013 EN 14320-1 Thermal insulating products for building equipment 01.11.2013 01.11.2014
icin__ 1t yaltim  iiriinleri - Santivede 2013 and industrial instailations - In-situ formed sprayed




olusturularak dagtilan sert poliiiretan (PUR)
ve polyisocyanurate kipiik (PIR) irinleri:
Biliim 1 Uygulamadan iince sert képiik dagitim
sistemi ozellikleri

rigid polyurcthane (PUR) and polyisocyanurate foam
(PIR) products - Part 1: Specification for the rigid
foam spray system before installation

isaretleme

TS EN 14321-2 Cam - Yapilarda kullamlan - Isil olarak | 26.06.2007 N 14321-2 Glass in building — Thermally toughened alkaline 01.06.2006 01.06.2007
temperlenmis toprak alkali silikat emniyet cam 22005 earth silicate safety glass — Part 2: Evaluation of
- Bolim 2: Uygunluk degerlendirmesi/iirin conformity/Product standard
standardi
TS EN 14339 Yer alti yangin hidrantlan: 13.03.2007 EN 14339 Underground fir¢ hydrants 01.05.2006 01.05.2007
12005
TS EN 14342+A1 | Ahsap yer dosemeleri — Karakteristikler, | 05.04.2011 EN 14342 Wood  flooring  and | EN 08.08.2014 08.08.2015
uygunlugun degerlendirilmesi ve isareticme 2013 parquet — | 14342:2005+A1:2008%°
Characteristics,
evaluation of conformity
and marking
TS EN 14351-1 | Pencereler ve kapilar - Mamul standardi, | 31.01.2012 EN 14351-1 Windows and doors - Product standard, performance 01.12.2010 01.12.2010
+A1 performans ozellikleri - Boliim 1: Pencereler ve 2006+A1:2010 characteristics - Part 1: Windows and external
yaya gecisine uygun hazir dig kapilar - Yangma pedestrian doorsets without resistance to fire and/or
diren¢ ve/veya duman sizintisim Onleme smoke leakage characteristics
Szellikleri oilmayan
TS EN 14353+A1 | Metal yataklar ve baglant profilleri - Algt | 23.03.2010 EN 14353 Metal beads and feature profiles for use with gypsum 01.11.2010 0L.11.2010
levhalarla birlikte kullanilan - Tarfiler, gerekler 22007+A1:2010 plasterboards - Definitions, requirements and test
ve deney yontemleri methods
TS EN 14374 Ahsap yapilar — Soyma tabakal yapisal lamine | 10.04.2008 EN 14374:2004 Timber structures — Structural laminated veneer 01.09.2005 01.09.2006
kereste — Gerekler lumber — Requirements
TS EN 14384 Yer iistii yangin hidrantlar: 13.03.2007 EN 14384:2005 Pillar fire hydrants 01.05.2006 01.05.2007
TS EN 14388 Yol trafik giiriiltisiinii azalticr tertibatlar - | 28.02.2008 EN 14388:2005 Road traffic noise reducing devices — Specifications 01.05.2006 01.05.2007
TS EN 14388/AC | Teknik zellikler 09.03.2010 EN 14388:2005 01.01.2009 01.01.2009
/AC:2008
TS EN 14396 Insan girisine elverigli muayene bacalan icin | 03.07.2007 EN 14396:2004 Fixed ladders for manholes 01.12.2004 01.12.2005
sabit merdivenler
TS EN 14399-1 On yiiklemeli yiiksek dayammh yapisal | 13.04.2010 EN 14399-1 High-strength  structural bolting assemblies for 01.01.2006 01.10.2007
cavatalama takimlann — Bolim  1: Genel :2005 preloading —Part 1: General requirements
ozellikler
TS EN 14411 Seramik karolar - Tarifler, smflandirma, | 10.04.2013 EN 14411:2012 Ceramic tiless —  Definitions, classification, 01.07.2013 01.07.2014
ozellikler, uygunluk degerlendirmesi ve characteristics, evaluation of conformity and marking

26 (8.08.2015 tarihine kadar gegerlidir. Bu tarihten sonra standardin sadece son versiyonuna gore yapilmis CE isaretlemesi gegerlidir.




/AC:2008

TS EN 14428+A1 | Dusakabinler - Islevsel gerekler ve deney | 23.03.2010 EN 14428:2004 Shower enclosures — Functional requirements and 01.01.2009 01.01.2010
metotlart +A1:2008 test methods
TS EN 14449 Cam- Yapilarda kullamilan — Lamine cam ve | 26.06.2007 EN 14449:2005 Glass in building — Laminated glass and laminated 01.03.2006 01.03.2007
lamine  emniyet cami - Uygunluk EN 14449:2005 safety glass — Evaluation of conformity/Product 01.06.2006 01.06.2006
degerlendirmesi/Uriin standardi /AC:2005 standard
TS EN 144717 Bacalar - Sistem bacalar- Duman yolu plastik | 13.02.2014 EN 14471:2005 Chimneys — System chimneys with plastic flue 01.06.2006 01.06.2007
astarli - kurallar ve deney metotlari liners ---Requircments and test methods
TS EN 14496 Algt esash baglayicilar - Isi/ses yahtimi igin | 25.04.2006 EN 14496:2005 Gypsum based adhesives for thermal/acoustic 01.09.2006 01.09.2007
komposit levhalar ve algi levhalar - Tarifler, insulation composite panels and plasterboards -
gereKler ve deney metotlar Definitions, requirements and test methods
TS EN 14509 Kendini tagtyan cift yiizeyli metal kaplama | 02.04.2014 EN 14509:2013 Self-supporting  double | EN 14509:2006° 08.08.2014 08.08.2015
yalittim panelleri - Fabrikada imal edilen - skin metal faced
Ozellikler insulating  panels -
Factory made products -
Specifications
TS EN 14516+A1 | Kiivetler - Ev ve benzeri yerlerde kullamim igin | 29.03.2011 EN 14516:2006 Baths for domestic purposes 01.05.2011 01.05.2012
+A1:2010
TS EN 14527+A1 | Dus tekneleri - Ev ve benzeri yerlerde kullanim | 29.03.2011 EN 14527:2006 Shower trays for domestic purposes 01.05.2011 01.05.2012
igin +A1:2010
TS EN 14528 Bideler - Islevsel gerekler ve deney yontemleri 19.06.2007 EN 14528:2007 Bidets - Functional requirements and lest methods 01.01.2008 01.01.2009
TS EN 14545 Ahsap yapilar — Baglayicilar — Gerekler 12.04.2012 EN 14545:2008 Timber structures - Connectors - Requirements 01.08.2009 01.08.2010
TS EN 14566+A1 | Algi levha sistemlerinde kullamlan mekanik | 02.03.2010 EN 14566:2008 Mechanical fasteners for gypsum plasterboard 01.05.2010 01.11.2010
baglanti elemanlar: - Tarifler, gerekler ve deney +A1:2009 systems - Definitions, requirements and test methods
yontemleri
TS EN 14592 Ahgap yapilar - Diibel tipi baglant: elemanlari — | 19.07.2012 EN 14592 Timber structurcs - Dowel-type fasteners - 01.03.2013 01.07.2013
:2008+A1 Gerekler :2008+A1:2012 Requirements
TS EN 14604 Duman alarm cihazlarn 05.06.2007 EN 14604:2005 Smoke alarm devices 01.05.2006 01.08.2008
TS EN 14604/AC 13.04.2010 EN 14604:2005 01.08.2009 01.08.2009

27 Bu standart TSE tarafindan iptal edilmis olmasina ragmen, Nando’da (http://cc.europa.eu/enterprise/neway pproach/nando/index.cfm?fuscaction=cp.hs&cpr=Y#hs) yeni versiyonu yayimlanincaya kadar CE igaretlemesi igin

kullamulir.
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TS EN 14647 Kalsiyum  aliiminat ¢imentosu - Bilesim, | 19.01.2010 EN 14647:2005 Calcium  aluminate  cement - Composition, 01.08.2006 01.08.2007
ozellikler ve uygunluk kriterleri specifications and conformity criteria
TS EN 14647 /AC EN 14647:2005 01.01.2008 (1.01.2008
/AC:2006
TS EN 14680 Plastik boru sistemleri - Basingsiz termoplastik | 19.01.2010 EN 14680:2006 Adhesives for non-pressure thermoplastic piping 01.01.2008 01.01.2009
boru sistemleri igin yapistiricilar - Ozellikler systems -— Specifications
TS EN 14688 Saglik gerecleri - Lavabolar - Islevsel gerekler | 29.06.2009 EN 14688:2006 Sanitary appliances — Wash basins — Functional 01.01.2008 01.01.2009
ve deney yintemleri requirements and test methods
TS EN 14695 Esnek levhalar - Su yalitimu i¢in - Beton képrii | 23.03.2010 EN 14695 2010 Flexible sheets for waterproofing - Reinforced 01.10.2010 01.10.2011
tabliyeleri ve trafife aqik diger beton alanlar bitumen sheets for waterproofing of concrete bridge
igin takviyeli bitiim levhalar - tarifler ve decks and other trafficked arcas of concrete -
dzellikler Definitions and characteristics
TS EN 14716 Gergi tavanlar - Gerekler ve deney yontemleri 13.03.2008 EN 14716:2004 Stretched ceilings — Requirements and test methods 01.10.2005 01.10.2006
TS EN 14782 Catilar, dis giydirme kaplamalar ve i¢ astarlar | 20.07.2006 EN 14782:2006 Self-supporting metal sheet for roofing, external 01.11.2006 01.11.2007
i¢in kendinden destekli metal levha - Mamul cladding and internal lining - Product specification
ozellikleri ve sartlar and requirements
TS EN 14783 Levha ve serit - Metal - Yiizeye tam oturan - | 31.01.2008 EN 14783:2013 Fully supported metal | EN 14783:2006” 08.08.2014 08.08.2015
Catt kapl dis cephe kapl ve i¢ yiizey sheet and strip for
kaplamast olarak kullamm icin - Mamul roofing, external
dzellikleri ve gerekler cladding and internal
lining - Product
specification and
requirements
TS EN 14785 Mekan sitici cihazlar yerlesim yerleri icin | 21.12.2006 EN 14785:2006 Residential space heating appliances fired by wood 01.01.2010 01.01.2011
ahgap pelet yakan-Kaurallar ve deney pellets - Requirements and test methods
metodlar
TS EN 14800 Metal hortum takimlari — Ondiileli — Celik — | 28.05.2009 EN 14800:2007 Corrugated safety metal hose assemblies for the 01.01.2008 01.01.2009
Bina i¢inde kullamilan - Gaz yakan cihazlarin connection of domestic appliances using gaseous
emniyetli baglantisi icin fuels
TS EN 14814 Plastik boru sistemleri - Basingh termoplastik | 23.03.2010 EN 14814:2007 Adhesives for thermoplastic piping systems for fluids 01.01.2008 01.01.2009
boru sistemleri icin yapistincilar - Ozellikler under pressure - Specifications
TS EN 14843 Ondokiimlii beton mamulier - Merdivenler 30.04.2008 EN 14843:2007 Precast concrete products - Stairs 01.01.2008 01.01.2009
TS EN 14844 Ondékiimlii beton mamuller - Kutu menfezler 12.04.2012 EN 14844 Precast concrete products - Box culverts 01.09.2012 01.092013
:2006+A2:2011 :2006+A2:201 1
TS EN 14846 Bina Donanimi - Kilitler ve Mandallar - | 09.04.2009 EN 14846:2008 Building hardwate - Locks and latches - 01.09.2011 01.09.2012
Elektromekanik Kilitler ve Carpici Levhalar - Electromechanically operated locks and striking
Kurallar ve Deney Yontemleri plates - Requirements and test methods
TS EN 14889-1 Lifler - Betonda kullanmim icin - Boliim 1: Celik | 21.12.2006 EN 14889-1 Fibres for concrete - Part 1: Steel fibres - Definitions, 01.06.2007 01.06.2008
lifler - Tarifler, dzellikler ve uygunluk 2006 specifications and conformity
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uygulamalari i¢in kurallar ve deney metotlart -
C6 tipi cihazlar i¢in disey hava/duman
terminalleri

for roomsealed heating applications - Part 1: Vertical
air/flue terminals for C6-type appliances

TS EN 14889-2 Lifler - Betonda kullamm icin - Bialiim 2: | 21.12.2006 EN 14889-2 Fibres for concrete - Part 2: Polymer fibres - 01.06.2007 01.06.2008
Polimer lifler - Tarifler, 6zellikler ve uygunluk 12006 Definitions, specifications and conformity

TS EN 14891 Yapistiricilarla tutturulmus seramik karolarin | 05.06.2012 EN 14891:2012 Liquid-applied water impermeable products for use 01.03.2013 01.03.2014
altinda kullamm icin sivt halde uygulanan su beneath ceramic tiling bonded with adhesives-
gegirmez iiriinler - Gerekler, deney yiontemleri, Requirements test methods, evatuation of conformity,

TS EN 14891/AC | uygunluk degerlendirmesi, smiflandirma ve | 10.04.2013 EN 14891:2012/ classification and designation 01.03.2013 01.03.2013
kisa gosterilis AC:2012

TS EN 14904 Spor alanlart igin yiizeyler - Birden ¢ok spor | 12.10.2006 EN 14904:2006 Surfaces for sports areas - Indoor surfaces for multi- 01.02.2007 01.02.2008
dalinda Kkullanmm igin i¢c mekan yiizeyleri - sports use - Specification
Teknik izellikler

TS EN 14909 Su yalitimi icin esnek levhalar - Plastik ve lastik | 19.07.2012 EN 14909:2012 Flexible sheets for waterproofing - Plastic and rubber 01.03.2013 01.07.2013
su yalitim tabakalar: - Tarifler ve dzellikler damp proof courses - Definitions and characteristics

TS EN 14915 i¢c ve dis masif ahsap kaplamalar - | 13.04.2014 EN 14915:2013 Solid wood panelling | EN 14915:2006° 08.08.2014 08.08.2015
Karakteristikler, uygunlugun degerlendirilmesi and cladding -
ve isaretleme Characteristics,

evaluation of conformity
and marking

TS EN 14933 Ingaat miihendisligi uygulamalari i¢in 151l | 03.04.2008 EN 14933:2007 Thermal insulation and light weight fill products for 01.07.2008 01.07.2009
yalitm ve hafif agwhkir dolgy mamulleri - civil engineering applications - Factory made
Fabrikasyonla imal edilmis genlestirilmig products of expanded polystyrene (EPS) -
polistiren (EPS) - Ozellikler Specification

TS EN 14934 insaat miihendisligi uygulamalari icin sl | 03.04.2008 EN 14934:2007 Thermal insulation and light weight fill products for 01.07.2008 01.07.2009
yahtim ve hafif agirhkh dolgu mamulleri - civil engineering applications - Factory made
Fabrikasyon olarak ekstriizyonla imal edilmis products of extruded polystyrene foam (XPS) -
polistiren kipiik (XPS) - Ozellikler Specification

TS EN 14963 Cats kaplamalari - Siirekli ¢ati ikhklar1 - | 13.07.2010 EN 14963:2006 Roof coverings - Continuous rooflights of plastics 01.08.2009 01.08.2012
Plastik - Eteklikli veya etekliksiz - with  or without upstands - Classification,
Simiflandirma, gerekler ve deney yontemleri requirements and test methods

TS EN 14964 Rijit alt tabakalar - Siireksiz ddsenen catr | 28.05.2009 EN 14964:2006 Rigid underlays for discontinuous roofing — 01.01.2008 (1.01.2009
kaplamalari igin - Tarifler ve zellikler Definitions and characteristics

TS EN 14967 Su yaltim icin esnek levhalar - Bitimli su | 12.09.2006 EN 14967:2006 Flexible sheets for waterproofing - Bitumen damp 01.03.2007 01.03.2008
yaliim tabakalart - Tarifler ve dzellikler proof courses - Definitions and characteristics

TS EN 14989-1 Bacalar - Metal bacalar ve malzemeden | 03.07.2007 EN 14989-1 Chimneys - Requirements and test methods for metal 01.01.2008 01.01.2009
bafimsiz  sizdirmazhg  saglanmis  1sitma 2007 chimneys and material independent air supply ducts
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todl

deney i

Requirements and test methods

TS EN 14989-2 Bacalar - Metal bacalar ve malzemeden | 12.02.2009 [N 14989-2 Chimneys - Requirements and test methods for metal 01.01.2009 01.01.2010
bagimsiz  sizdirmazh@  saglanmis  isitma 2007 chimneys and material independent air supply ducts
uygulamalar igin kuraliar ve deney metotlars - for roomsealed heating applications - Part 2: Fluc and
Béliim 2 : Sizdirmazh@ saglanmis uygulamalar air supply ducts for room sealed appliances
i¢in borular ve hava temin kanallarg
TS EN 14991 Ondikiimlii beton mamuller - Temel elemanlar_| 17.04,2008 EN 14991:2007 Precast conerete products - Foundation clements 01.01.2008 01.01.2009
TS EN 14992+A1 | Ondikiimli beton mamuller - Duvar elemanfart | 10.04.2013 EN 14992 Precast concrete products - Wall elements (1.04.2013 01.07.2013
2007+A1:2012
TS EN 15037-1 Ondikimld beton mamuller - Digli ddseme | 13.01.2011 EN 15037-1 Precast conerete products - Beam-and-block floor 01.01.2010 01.01.2011
sistemleri - Boliim 1: Kirisler 2008 systems - Part 1: Beams
TS EN 15037-2 Ondkiimli beton mamuller - Disli déseme | 13.12.2011 EN 15037-2: Precast conerete products - Beam-and-block floor 01.12.2011 01.12.2012
+Al sistemleri - Boliim 2: Beton bloklar 2009+A1:2011 systems - Part 2: Concrete blocks
TS EN 15037-3 Ondokiimlii beton mamuller - Disli déseme | 13.12.2011 EN 15037-3: Precast conerete products - Beam-and-block floor 01.12.2011 01.12.2012
+A1 sistemleri - Boliim 3: Kil bloklar 2009+A1:2011 systems - Part 3: Clay blocks
TS EN 15037- | Ondokimli beton mamuller - Disli d 18.12.2013 EN 15037-4 Precast concrete | EN 15037-4:2010" 08.08.2014 08.08.2015
4:2010+A1 sistemleri - Boliim 4: Genlegtirilmis polistiren :2010+4A1:2013 products - Beam-and-
(EPS) bloklar block floor systems -
Part 4 Expanded
polystyrene blocks
TS EN 15037-5 Ondokiimli beton mamuiler - Digli doseme | 18.12.2013 EN15037- 5:2013 Precast concrete products — Beam-and-block floor 08.08.2014 08.08.2015
sistemleri - bdliim 5: Basit kahp igin hafif systems — Part S: Lightweight blocks for simple
bloklar formwork
TS EN 15048-1 On yiiklemesiz yapisal civatalama birlesimleri - | 31.01.2008 EN 15048-1 Non-preloaded structural bolting assemblies - Part 1: 01.01.2008 01.10.2009
Biliim 1:Genel kurallar 12007 General requircments
TS EN 15050+A1 | Ondokiimli  beton mamuller -  Koprii | 05.06.2012 EN 15050 Precast conerete products - Bridge elements 01.12.2012 01.12.2012
| lart :2007+A1:2012
TS EN 15069 Gaz emniyet vanalari — Metal hortum takimlari | 26.01.2010 EN 15069:2008 Safety gas connection valves for metal hose 01.01.2009 01.01.2010
igin — Bina icinde kullamlan - Gaz yakan assemblies used for the connection of domestic
cihazlarin baglantisi icin appliances using gaseous fuel
TS EN 15088 Aliiminyum ve aliiminyum alagimlari - Yapim | 20.07.2006 EN 15088:2005 Aluminium and aluminium alloys - Structural 01.10.2006 01.10.2007
isleri icin yapisal mamuller - Muayene ve tesim products for construction works - Technical
i¢in teknik sartlar conditions for inspection and delivery
TS EN 15102 Dekoratif duvar kagitlari-Rulo  ve panel | 21.02.2012 EN 15102 Decorative wall coverings - Roll and panel form 01.07.2012 01.07.2012
:2007+A1 seklinde 2007+A1:2011
TS EN 15129 Anti - sismik cihazlar 23.03.2010 EN 15129 :2009 Anti-seismic devices 01.08.2010 01.08.2011
TS EN 15167-1 Ogiitiilmiis yiiksek firm curufu - Beton, harg ve | 21.12.2006 EN 15167-1 :2006 Ground granulated blast fumace slag for use in 01.01.2008 01.01.2009
serbette kullamm igin - Bolim 1: Tarifler, concrete, mortar and grout — Part 1: Definitions,
zellikler ve uyguniuk kriterleri specifications and conformity critetia
TS EN 15250 Diisiik Isili,Kat1 Yalath Cizhazlar Ozellikler ve | 31.01.2008 EN 15250:2007 Slow heat release appliances fired by solid fuel — 01.01.2008 01.01.2010
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TS EN 15258 Ondikiimlii beton mamuller - Istinat duvari | 19.01.2010 EN 15258:2008 Precast concrete products - Retaining wall elements 01.01.2010 01.01.2011
elemanlari
TS EN 15274 Yapisal  birlesimler igin  genel  amagh | 22.05.2008 EN 15274 :2007 General purpose adhesives for structural assembly - 01.04.2010 01.04.2011
yapistirretlar-Ozellikler ve deney metotiart Requirements and test methods
TS EN 15275 Yapisal  yapisteiclar-insaat  miihendisliai | 22.05.2008 EN 15275 :2007 Structural adhesives - Characterisation of anaerobic 01.04.2010 01.04.2011
TS EN 15275 yaptlar1 ve binalardaki es-eksenli metalik | 13.01.2011 EN 15275:2007 adhesives for co-axial metallic assembly in building 01.01.2011 01.01.2011
IAC birlestirmeler icin anaerobik yapistiricilarin TAC:2010 and civil engineering structures
ozellikleri
TS EN 15283-1 | Liflerle giiclendirilmis algi levhalar — Tarifler, | 19.01.2010 EN 15283-1 Gypsum  boards with fibrous reinforcement - 01.06.2010 01062011
+Al gerekler ve deney yontemleri — Bilim 1: :2008+A1:2009 Definitions, requirements and test methods - Part 1:
Seliilozik liflerle giiclendirilmis alci levhalar Gypsum boards with mat reinforcement
TS EN 15283-2 | Liflerle gii¢lendirilmig algi levhalar — Tarifler, | 19.01.2010 EN 15283-2 Gypsum boards with fibrous reinforcement - 01.06.2010 01.06.2011
+At gerekler ve deney yontemleri — Boliim 2: Kece 2008+A1:2009 Definitions, requirements and test methods - Part 2:
tipi liflerle giticlendirilmis aler levhalar Gypsum fibre boards
TS EN 15285 Yigilms taslar- Zemin ve merdiven kaplama | 12.02.2009 EN 15285:2008 Agglomerated stone - Modular tiles for flooring and 01.01.2009 01.01.2010
i¢in modiiler fayansiar (dahili ve harici) . stairs (internal and external)
TS EN 15285/AC EN 15285:2008 01.01.2009 01.01.2009
/AC:2008
TS EN 15286 Aglomera taglar - Duvar kaplamalari (harici ve | 18.12.2013 EN 15286:2013 Agglomerated stone — Slabs and tiles for wall finishes 08.08.2014 08.08.2015
dahili) icin plakalar ve karolar (internal and external)
TS EN 15322 Bitiimler ve bitiimlii baglayiwcilar - Katbek ve | 18.12.2013 EN 15322:2013 Bitumen and bituminous | EN 15322:2009% 08.08.2014 08.08.2015
inceltilmis bitiimlii baglayicilarin tammlanmas: binders - Framework for
i¢in ~ Genel esaslar specifying cut-back and
fluxed bituminous
binders
TS EN 15368+A1 | Yapsal olmayan uygulamalar i¢in hidrolik | 13.01.2011 EN 15368: Hydraulic binder for non-structural applications - 01.09.2011 01.09.2012
12010 baglayieddar - Tarifler, dzellikler ve uyguniuk 2008+A1:2010 Definition, specifications and conformity criteria
kriterleri -
TS EN 15381 | Geotekstiller ve geotekstille ilgili mamuller - | 09.04.2009 EN 15381:2008 Geotextiles  and  geotextile-related  products - 01.01.2010 01.01.2011
Kaldimlar ve asfalt kaplamalarda kellanim Characteristics required for use in pavements and
igin gerekli szellikler asphalt overlays
TS EN 15382 | Geosentetik bariyerler - Ulagim altyapisinda | 18.12.2013 EN 15382:2013 Geosynthetic barriers - | EN 15382:2008% 08.08.2014 08.08.2015
kullanum igin gerekli dzellikler Characteristics required
for use in transportation
infrastructure
TS EN 15435 Ondakiimlii beton mamuller - Normal ve hafif | 12.02.2009 EN 15435:2008 Precast concrete products - Normal weight and 01.02.2009 01.02.2010
beton perde bloklart - Mamul dzellikleri ve lightweight concrete shuttering blocks - Product
performans properties and performance
TS EN 15497 Kama disli birlestirilmis yapisal masif ahsap - | 30.10,2014 EN 15497:2014 Structural finger jointed solid timber - Performance 10.10.2014 10,10.2015
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Performans gerekleri ve asgari imalat gerekleri

requirements and minimum production requirements

temperlenmig toprak alkali silikat emniyet
camlari - Part 1: Uygunluk degerlendirmesi /
Uriin standards

alkaline carth silicate safcty glass — Part 2: Evaluation
of conformity/Product standard

TS EN 15498 Ondokiimlii beton mamuller - Beton yonga | 12.02.2009 EN 15498:2008 Precast concrete products - Wood-chip concrete 01.02.2009 01.02.2010
levha perde bloklari - Mamul ozellikleri ve shuttering  blocks - Product properties and
performans performance
TS EN 15501 Bina ekipmam ve endiistriyel uygulamalar icin { 12.06.2013 EN 15501:2013 Thermal insulatin products for building equipment 08.08.2014 08.08.2015
icin 151 yaltim iiriinleri - Fabrika yapim and industrial installations ~ Factory made expanded
(onyapimh) genisletilmis perlit (EP) ve Pullu perlite (EP) and exfoliated vermiculite (EV) products
vermikiilit (EV) iiriinleri - Ozellikler -~ 8Specification
TS EN 15599-1 Endiistriyel yalitim ve bina techizati icin 1sil | 13.01.2011 EN 15599-1:2010 Thermal insulation products for building equipment 01.04.2011 01.04.2012
yahtim mamulleri-Genlestirilmis perlitten (EP) and industrial installations - In-situ thermal insulation
yerinde yapilan isi yabtimi -Boliim 1:Bagh ve formed from expanded perlitc (EP) products - Part 1:
dolgulu  malzemelerin  yerlestirilme Gncesi Specification for bonded and loose-fill products
ozellikleri before installation
TS EN 15600-1 Endiistriyel yahtim ve bina techizati igin 11l | 13.01.2011 EN 15600- :2010 Thermal insulation products for building equipment 01.04.2011 01.04.2012
yalittm  mamulleri-Pullu  vermikiilit (PV) and industrial installations - In-situ thermal insulation
mamullerle kullanim yerinde aygulanan is1 formed from exfoliated vermiculite (EV) products -
yahtiom  -Bilim  1:Bagh  ve  dolgulu Part 1: Specification for bonded and loose-fill
} in yerlestiriime ncesi dzellikleri products before installation
TS EN 15650 Binalarda havalandirma- Yangin damperleri 13.07.2010 EN 15650:2010 Ventilation for buildings - Fire dampers 01.09.2011 01.09.2012
TS EN 15651-1 Derz sizdirmazhk malzemeleri - Binalar ve yaya | 16.04.2014 EN 15651-1 Sealants for non-structural use in joints in buildings 01.07.2013 01.07.2014
yollarindaki  derzlerde, yapisal olmayan 12012 and pedestrian walkways - Part 1: Sealants for facade
kullapim icin — Boliim 1: Binalarin dis cephe elements
elemanlarinda  kullamlan derz sizdumazhk
malzemeleri
TS EN 15651-2 Derz sizdirmazhk malzemeleri - Binalar ve yaya | 16.04.2014 EN 15651-2 Sealant for non-structural use in joints in buildings 01.07.2013 01.07.2014
yollarindaki  derzlerde, yapisal olmayan 2012 and pedestrian walkways-Part 2:Sealants for glazing
kullamm i¢in - Bolim 2: Binalarin cam
kistmlarinda  kullanilan  derz  sizdirmazhik
mal leri
TS EN 15651-3 Derz sizdirmazhk malzemeleri — Binalar ve | 16.04.2014 EN 15651-3 Sealants for non-structural use in joints in buildings 01.07.2013 01.07.2014
yaya yollarindaki derzlerde, yapisal olmayan 2012 and pedestrian walkways - Part 3: Sealants for
kullamim i¢in - Boliim 3: Binalarin siak sanitary joints
mekanlarinda  kullamlan derz sizdirmazhk
1 1 i
" TS EN 15651-4 Derz sizdirmazhk malzemeleri - Binalar ve yaya | 16.04.2014 EN 15651-4 Secalants for non-structural use in joints in buildings 01.07.2013 01.07.2014
yollarindaki  derzierde, yapisal olmayan 12012 and pedestrian walkways - Part 4: Sealants for
kullamm igin - Bolim 4: Yaya yollarinm pedestrian walkways
doseme derzlerinde kullanilan derz sizdirmazhik
i
TS EN 15682-2 Cam - Binalarda kullamlan - Isil islemle | 18.12.2013 EN 15682-2:2013 Gtass in building — Ieat soaked thermally toughened 08.08.2014 08.08.2015




TS EN 15683-2 Cam - Binalarda kullamlan - Isd islemle | 13.02.2014 | EN 15683-2:2013 Glass in building - Thermally toughened soda lime | 08.08.2014 08.08.2015
temperlenmis, kanaili soda Kireg silikat emniyet silicate channel shaped safety glass ~ Part 2:
camiari-Bélim 2: Uygunluk degerlendirmesi / Evaluation of conformity/Product standard
Mamul standardi degerlendirilmesi

TSEN 15732 Hafif dolgu malzemesi ve is: yalitim mamulleri - | 10,04.2013 | EN [5732:2012 Light weight fill and thermal insulation products for |  01.08.2013 01.08.2014
ingaat miihendisligi alanna giren yapilar igin - ¢ivil engineering applications (CEA) ~Expanded clay
Genlestirilmis kil hafif agrega mamiiller lightweight aggregate products (LWA)

TSEN 15743 Siiper siilfat cimentolar: - Bilesin, dzellikler ve | 23.03.2010 | EN 157432010 Supersutfated cement - Composition, specifications | 01.11.2010 01.11.2011
uygunluk kriterleri and conformity criteria

TS EN 15814+A1 | Su sizdirmazhik icin polimer modifiye edilmis | 27.12.2012 | EN 13814 Polymer modified bituminous thick coatings for |  01.08.2013 01.08.2014
kahn bitiimlii kaplamalar-terim ve tarifler 2011+A1:2012 waterproofing-Definitions and requirements

TSEN 15821 Dogal agac kiitiikleri ile yanan ¢oklu ateglemeli | 13.00.2011 | EN 15821:2010 Multi-firing sauna stoves fired by natural wood logs - | 01.07.2011 01.07.2012
sauna sobalari- Ozellikler ve deney yontemleri Requirements and test methods

TS EN 15824 Kaba ve ince sivalar - Organik baglayihi - | 19.01.2010 | EN 15824:2009 Specifications for external renders and internal | 01.04.2010 01.04.2011
Ozellikler plasters based on organic binders

TS EN 16069 Ist vahtim mamulleri - Binalarda kullanim igin - | 10.04.2013 | EN 16069:2012 Thermal insulation products for buildings-Factory |  01.09.2013 01.09.2014
Polietilen kopiikli (PEF) fabrikasyon mamuller made products of polyethylene foam (PEF)-
- Ozellikler Specification

TS EN 16153 Duvar ve tavanlarda, catilarda ic ve dig | 12062013 | EN16153:2013 Light transmitting flat multiwall polycarbonate (PC) |  01.01.2014 01.01.2015

kullamim icin gk geciren diiz ¢ok duvark
polikarbonat (PC) levhalarverici Isik -
Ozellikler ve deney yontemleri

sheets for internal and external use in roofs, walls and
ceilings - Requirements and test methods




